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Engineering at the nano scale has been an active area of science and technology 
over the last decade. Inspired by nature, synthesis of functional inorganic materials 
using synthetic organic templates constitutes the theme of this thesis. Developing 
organic template directed synthesis approach for inorganic nanomaterial synthesis 
was aimed. For this purpose, an amyloid like peptide sequence which is capable of 
self-assembling into nanofibers in convenient conditions was designed and decorated 
with functional groups showing relatively high affinity to special inorganic ions, 
which are presented at the periphery of the one-dimensional peptide nanofiber. These 
chemical groups facilitated the deposition of targeted inorganic monomers onto the 
nanofibers yielding one-dimensional organic-inorganic core-shell nanostructures. 
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The physical and chemical properties of the synthesized peptide nanofibers and 
inorganic nanostructures were characterized using both qualitative and quantitative 
methods. 
First, silica nanotubes were obtained by silica mineralization around these peptide 
nanofiber templates for the construction of sensors for explosives. The fluorescence 
dye was used to coat the silica nanotubes to detect explosive vapor. The surface of 
the silica nanotubes were porous enough to adsorb more dye compared to the silica 
nanoparticles and silica film, and causes faster fluorescence quenching in the 
presence of explosives like trinitrotoluene and dinitrotoluene. The silica nanotubes 
which synthesized with this peptide nanofiber templates can be used in catalysis and 
sensors in which high surface area is advantageous. In the second part of the thesis, 
titanium dioxide nanotubes were obtained from titania mineralization. They are well-
known with their fascinating properties as a result of the one-dimensional 
nanostructure, such as more efficient electron transfer and less electron-hole 
recombination. The sufficient photoactivity of titanium dioxide makes them suitable 
materials for Dye-Sensitized Solar-Cell construction. It is demonstrated that the 
peptide nanofiber templated titanium dioxide nanotubes have more than two times 
more efficiency compared to template-free synthesized titanium dioxide particles. 
Finally, designed peptide sequence was conducted to a multi-step seeding mediated 
growth method for gold mineralization around peptide nanofibers. The gold-peptide 
hybrid nanostructures with different packing characteristics and sizes were 
synthesized and fully characterized. Further, it was demonstrated that the dry film of 
these nanostructures showed a resistive switching dominant conductivity, due to the 
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nanogaps in between gold nanoparticles as a result of particle alignment driven by 
the peptide nanofiber.  
The results obtained in this thesis encourage use of a new “bottom-up” synthesis 
approach.   Specially designed peptides with desired properties and functional groups 
were synthesized and peptide nanofibers formed were further used as templates for 
inorganic mineralization. Not only it is possible to synthesis high amount of 
nanostructure with this approach, but also formed one-dimensional nanostructures 
show advance functionalities used in several applications as a part of the thesis 
scope.  This methodology is suitable for many metals and metal oxide based 
applications. 
Keywords: Biomimetic mineralization, Nanomaterials, Peptide, Self-assembly, 
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Son yıllarda, bilim ve teknoloji alanında nano düzeyde mühendislik oldukça yoğun 
çalışılan bir alan olmuştur. Bu tez; işlevsel inorganik malzemelerin, doğadan ilham 
alınarak, yapay organik kalıplar yardımıyla sentezlenmesi üzerine yeni bir yöntem 
sunmaktadır. Organik kalıp ile inorganik nanomalzeme sentezlenmesi yönteminin 
geliştirilmesi amaçlanmıştır. Bu amaçla, uygun koşullarda nanofiber haline 
gelebilmesi için programlanmış amiloyid benzeri peptit sekansı tasarlanmıştır. Bu 
tasarım sırasında, oluşan nanofiberin dış kısmında kalan ve ortamdaki belli inorganik 
iyonlarla bağlanma eğilimi gösteren işlevsel gruplarla döşenmiştir. Bu işlevsel 
kimyasal gruplar, hedeflenen inorganik monomerlerin peptit nanofiberlerin 
üzerlerinde birikerek, tek-boyutlu organik içerikli- inorganik kabuklu nanomalzeme 
oluşması için görevlidir. Sentezlenen peptit nanofiberlerin ve inoganik 
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nanomalzemelerin fiziksel ve kimyasal özellikleri, kalitatif ve kantitatif metotlarla 
karakterize edilmiştir. 
İlk olarak, Silisyum ile peptit nanofiber kalıpların etrafında yapılan mineralizasyon 
işleminden elde edilen silika nanotüpler, patlayıcı sensörü geliştirilesinde 
kullanılmıştır. Silika nanotüpler patlayıcıların varlığını algılaması için, floresan boya 
ile kaplanmıştır. Nanotüplerin yüzeylerinin bir hayli gözenekli olmaları, 
nanoparçacıklara ve film yüzeye göre floresan boyayı daha fazla tutmasını ve 
dolayısıyla trinitrotoluen ve dinitrotoluen gibi patlayıcıların olduğu ortamlarda daha 
hızlı floresan sönümlemesi göstermesini sağlamıştır. Bu şekilde peptit nanofiber 
kalıp kullanılarak sentezlenen tek boyutlu silika nanotüpler, yüksek yüzey alanları 
sayesinde katalizör ve sensör gibi malzemelerin hazırlanmasında kullanılabilirler. 
İkinci kısımda, titanyum mineralizasyonu ile titanyum dioksit nanotüpler elde 
edilmiştir. Tek-boyutlu yapı, elektron transferini daha verimli gerçekleşrirebilmesi ve 
elektron-boşluk yeniden birleşmesinin daha az meydana gelmesi gibi üstün özellikler 
göstermektedir. Bu özellikler ile elde edilmiş titanyum dioksit tek-boyutlu 
nanoyapıların gelen ışığa gösterdiği tepki artar ve bunlar boyayla uyarılan güneş pili 
yapımında kullanılmaya uygun hale gelir. Peptit nanofiberlerin kalıp olarak 
kullanılmasıyla elde edilen titanyum dioksit nanotüpler ile yapılan güneş pillerinin 
herhangi bir kalıp kullanılmadan sentezlenen titanyum dioksit parçacıklar ile 
yapılanlara göre iki katından daha fazla verimle çalıştığı gösterilmiştir. Son olarak, 
altın mineralizasyonu çalışmasında, çok basamaklı, tek noktadan büyütme metodu 
geliştirilmiştir. Bu yöntemle farklı uzunluklarda ve şekillerde birçok altın-peptit 
hibrit nanoyapıları elde edilmiştir. Özellikle, büyüklükleri birbirine benzer altın 
nanoparçacıkların peptit nanofiberler etrafında tutunması ile oluşan tek-boyutlu 
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nanoyapılar, kontrollu bir şekilde elde edilmiştir. Tek-boyutlu altın-peptit hibrit 
nanoyapılarındaki altın nanoparçacıkların arasındaki boşluklardan dolayı, 
nanoyapıların oldukça iletken olduğu gözlemlenmiştir. Bu yapıların kuru filmlerinde 
ise, tünellemenin baskın olduğu direnç değişimi gösteren ile bir iletkenlik 
gözlemlenmiştir.  
Bu tezde elde edilen sonuçlarla yeni bir temelden yukarı yaklaşımı gösterilmiştir. 
İstenilen özelliklerde ve işlevsel gruplarla tasarlanmış peptitler sentezlenmiş ve 
bunlardan inorganik mineralizasyonlarda kalıp olarak kullanılabilen nanofiberler 
oluşması sağlanmıştır. Bu yaklaşımla, yüksek miktarda nanaomalzeme sentezi 
yapılması mümkün olabileceği gibi, oluşan tek-boyutlu nanoyapıların oldukça 
gelişmiş özellikleri ile birçok uygulama alnında kullanmak mümkün olabilir. Bu 
sentez yöntemi, birçok metal ve metal oksit temelli uygulamada yer bulabilir. 
Anahtar Kelimeler: Biyomimetik mineralizasyon, Nanomalzemeler, Peptit, 
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Organic materials and polymers are strongly integrated into modern technology; 
nevertheless, inorganic materials still preserve their status as the basic elements in 
engineering. However, there is an increasing awareness that the conventional 
methods of “heat and beat” have several limitations in fulfilling the requirements for 
future advanced materials. In particular the limitations are generally in the 
construction of complex architectures from nanoscale to macroscale. This knowledge 
creates a vital need for novel synthesis methods.  
Among nanoscale assembly techniques, top-down approaches have attracted 
attention for many years. Neverthless, researchers in areas such as lithography and 
etching have faced difficulties related to the cost, process speed and diffraction limit 
of top-down devices. On the other hand, “bottom-up” approaches can offer large-
scale, rapid, and low-cost production of nanostructures with a diverse range of 
starting materials. Self-assembly is a bottom-up approach, the spontaneous 
aggregation of many different subunits into larger, well-defined, functional objects 
with different properties.  
In the self-assembly processes; atoms, molecules, particles, and other building 
blocks organize themselves into functional  structures as driven by the energetic of 
the system. Molecular self-assembly is also a useful technique for material designing. 
It involvs non-covalent supramoleculer interactions, such as hydrogen bonding, 
hydrophobic, electrostatic, metal-ligand, π-π and van der Waals interactions. 
Althpugh these interactions are relatively weak interactions with compare to covalent 
bonds, sufficient number of them can yield a stable assembly. Many new self-
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assembling material can be design to organize into ordered coplex structures by 
understanding the mechanism of these assembly processes [1]. Self-assembly is 
controlled by many factors including temperature, pH, and electrolyte concentration. 
Novel self-assembled materials for both biological and nonbiological applications are 
being developed for regenerative medicine [1-5], electronics [6-9], optics [10], and 
as pH detection [11]. There is no doubt that new approaches using conceptually new 
solutions, such as “biomimetic design” and self-assembly, should be developed and 
used to expand the frontiers of possibility in this field. The ability of biomimetic 
materials to organize inorganic “bricks” into nanoscale, microscale and macroscale 
materials has great potential for electronics [12, 13], catalysis [14, 15], sensors[16], 
molecular recognition [17], magnetism [18-20], optics [21], photonics [22] and 
biomedical applications [23]. 
One-dimensional  nanostructures have found widespread use in the fabrication of 
nanoscale electronic, mechanic, magnetic, optical, and combinatorial devices owing 
to their high ratio of surface area to volume and quantum-confinement effects [24-
26]. By studying one-dimensional nanostructures, the effects of reduction of size and 
dimensionality on mechanical, thermal and electrical properties can be investigated. 
An example of mechanical one-dimensional supramolecular nanostructures in nature 
can be seen in cytoskeletons. Actin filaments, intermediate filaments and 
microtubules are the three main classes of protein filaments that form the 
cytoskeleton; actin and microtubules act in concert during cell movement and 
morphogenesis [27]. Although nanoscience is still far away from being able to mimic 
such intricacy, biology continues to inspire the design of nanodevices. Amyloid 
plaques are another natural example of one-dimensional nanostructures formed by 
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very stable self-assembling peptides, and are known to play a role in Alzheimer’s 
disease [28]. As a result of the biological relevance of one-dimensional aggregates in 
neurodegenerative diseases, the self-assembly mechanisms of such one-dimensional 
nanostructures are of interest to researchers.  
Amino acids are the building blocks of proteins, and of the living organisms. They 
are also utterly important for the formation of inorganic structure of the living 
organism. Synthesis of peptide in desired sequences attracts the scientists for many 
years, due to the such importance of proteins. The first peptide synthesis published 
by Emil Fischer (9 October 1852 – 15 July 1919) and Fourneau [29]. Fischer won 
Nobel Prize in Chemistry in 1902 by the synthesis of Diketopiperazine hydrolysis 
glycoglycin (Figure 1.1). This reaction opened tremendous fields in many branches 
of science and although it has been more than 100 years, synthesis of an artificial 
peptide with desired properties is still a hot topic. 
 
Figure 1.1. Fischer’s synthesis of glycoglycin. 
After Fischer’s innovation, longer sequences intended to synthesis by wet 
chemistry. Solid Phase Peptide Synthesis (SPPS) pioneered by Robert Bruce 
Merrifield  (July 15, 1921 – May 14, 2006), who won the Nobel prize in 1984 [30]. 
SPPS allows the synthesis of both natural and unnatural peptides with many 
functional groups. In this method, amino acids bind each other via amide (peptide) 
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bonds. The peptide synthesis occurs by coupling the C-terminus of one amino acid to 
the N-terminus of another. To prevent unintended reactions, protecting groups are 
used. 
As can be seen in scheme 1.1 this synthesis strategy is based on the usage of  solid 
insoluble beads modified with linkers. The coupling reaction starts on this linkers. 
The free N-terminal amine of a solid-phase attached amino acid is coupled to a single 
C-terminus activated and N-terminus protected amino acid unit. The N-terminus of 
the amino acid is protected due to avoid unintended reactions, with 
Fluorenylmethyloxycarbonyl (Fmoc) group. After deprotection of N-terminus of the 
new attached amino acid, it coupled to the other amino acid. This strategy is based on 
repeated cycles of coupling- washing- deprotection- washing processes. At the end of 
coupling of all predetermined sequence of amino acids, the linker between solid-
phase and peptide cleaved by a trifluoroacetic acid (TFA). After the filtration of 




Scheme 1.1. Schematic description of Solid-Phase Peptide Synthesis 
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Proteins and peptides can assist forward the synthesis of inorganic materials in an 
environmental-friendly strategy via a process known as biomineralization. Nature 
inspired synthetic peptide networks have wide applications including bioactive tissue 
scaffolds [31, 32], carrier agents [33, 34], and templated synthesis of inorganic 
materials [35, 36]. Recently, the high mechanical stability of peptide nanofiber 
networks was shown [37, 38].  
The design of the amino acid sequence could be chosen to implement any 
functionality to the peptide. To determine the functional groups of a peptide, the 
affinity of binding with intended mineral ions in the medium should be considered. 
The ions of different minerals have some particular properties such as being Lewis 
acid or base.  
The design of the peptide used in this thesis was achieved with the consideration of 
properties of functional groups. The electrostatic interactions between functional 
groups and mineral ions in the medium designed by taking the Ralph Pearson’s Hard 
Soft Acid Base (HSAB) Theory [39]. According to this theory; soft acids react faster 
and form stronger bonds with soft bases, whereas hard acids react faster and form 
stronger bonds with hard bases.  Here 'hard' implies to species which are small, have 
high charge states and 'soft' implies to species which are big, have low charge states. 
In this thesis, we described the design and synthesis of a peptide molecule with 
special functional groups. The peptide molecule is able to self-assemble into one-
dimensional nanostructure under appropriate conditions. The functional groups have 
affinity to bind particular mineral ions in the medium, by which these peptide 
nanofibers act as templates. The structures formed by accumulation of minerals 
8 
 
around these peptide nanofibers are uniformed and well-defined nanostructures and 
have many application areas such as sensors, dye-sensitized solar cells and 
electronics as described in this thesis. 
In Chapter 4, the synthesis of fluorescent silica nanotubes forming a porous 
network by using biomineralization process through self-assembled peptidic 
nanostructures are described. Fluorescent porous organic-inorganic thin films are 
interest of explosive detection because of their vapor phase fluorescence quenching 
property. The amine groups on the peptide nanofibrous scaffold were used for silicon 
ions seeding and accumulation. Silica nanotubes were used to prepare highly porous 
surfaces and they were doped with a florescent dye by physical adsorption for 
explosive sensing. These porous surfaces exhibited fast, sensitive and highly 
selective fluorescence quenching against nitro-explosive vapors. The materials 
developed in this work have a vast potential in sensing applications benefiting from 
the elevated surface area. 
The synthesis of one-dimensional anatase titanium (IV) oxide nanostructures was 
explained in Chapter 5 by using amine functionalized self-assembled amyloid-like 
peptide nanofibers as templates. Mineralization of peptide templates leads to hybrid 
organic-inorganic material, where surface of nanofibers is coated with a titanium 
oxide precursor. Further formulation of this material as a paste and its direct 
application to transparent conductive oxide (TCO) glass surface, followed by 
calcination, leads to a fully functional electrode with a nanostructured anatase TiO2 
layer. Photovoltaic performance of the obtained layer is assessed in dye sensitized 
solar cell efficiency measurements.       
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The amyloid like peptide molecule self-assembling into one-dimensional 
nanofibers has affinity to gold ions. These molecules were used as templates for 
growth of one-dimensional gold nanostructures as described in Chapter 6 in the 
presence of ethanol as a seeding agent and ascorbic acid as a reducing agent.  We 
performed multi-step seed mediated synthesis of gold nanowires by evaluating 
several parameters including the molar ratios of peptide/ gold precursor, peptide and 
ascorbic acid concentration as well as the effect of the reduction kinetics of the 
ascorbic acid.  Gold nanostructures with wide range of morphologies (e.g. smooth 
nanowires, noodle-like one-dimensional nanostructures and also this homogenous 
aggregates of spherical nanoparticles) were synthesized by use of green chemistry 
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Supramolecular interactions are driving forces of self-assembly in simple systems. 
Understanding interactions in the assembly mechanisms of biological molecules has 
become a crucial factor in designing nanoscale materials. It is important for 
appreciate the high complexity of  self-assembly process of nature.  
 The interactions that coordinate the amino acids in natural one-dimensional 
systems are highly dynamic and often delicate, due to their relatively weak nature 
in comparison to that of covalent bonds [40]. However, the sufficient number of 
these weak interactions can yield strong and stable aggregations. Biological one-
dimensional entities including viruses [41] and fungi [42] have been found to be 
used as templates for nanostructure synthesis, such as wires [43, 44].  
In order to understand and control the self-assembly of supramolecular structures, 
the non-covalent interactions taking part in this process must be studied in detail [45, 
46]. This background informaiton focuses on one-dimensional self-assembled 
organic nanostructures classified according to the forces acting on their formation 








Type of Interaction Strength (kJ/mol) Properties 
Electrostatic 50-300 Non-selective 
Coordination binding 50-200 Directional 
Hydrogen Bonding 5-120 Selective, directional 
π-π Stacking 0-50 Directional 
Solvophobic Depends on solvent type Little directional constraint 
van der Waals < 5 Non-directional, non-selective 
Covalent 350 Irreversible 
Table 2.1. Strength and properties of non-covalent interactions. Adapted from [40, 
47]. 
2.1. Electrostatic Interactions 
 Electrostatic interactions are based on Coulombic attraction between opposite 
charges. In host/guest chemistry, many receptors for anions and cations use 
electrostatic interactions to hold the guest in place [48]. The principles of 
formation of nanostructures through electrostatic interactions can be read in Faul 
and Antonietti’s review [47]. 
 Zhang et al. developed ionic self-complementary peptides, one of which is 
named RADA16, a peptide which forms nanofibers in aqueous solutions by using 
β-sheet structures [49]. RADA16 contains negatively charged aspartic acids and 
positively charged arginines. Forming hydrogels in physiological media, the gels 
promoted the growth of neural cells in an integrated network that showed 
synaptic activity [50]. In this case, the charged properties of the peptide 
nanostructures served not only for their self-assembly but also for guidance of the 
cells. These hydrogels have actually been shown to improve the attachment and 
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differentiation of a variety of cell types, including stem [51] and endothelial cells 
[52].  
 Peptide amphiphile molecules [53] exploit a number of non-covalent 
interactions to self-assemble [54]. Two oppositely charged peptide amphiphiles 
have been shown to self-assemble into one-dimensional nanofibers by 
electrostatic interactions in aqueous solution at neutral pH [55]. The use of 
oppositely charged biomacromolecules to induce self-assembly has also been 
demonstrated, where heparin molecules screened the positive charge of a peptide 
sequence [56]. Size of the macromolecules plays an important role in formation 
of nanofibers as well [57], as larger molecules including DNA and chondrotin 
sulfate result in gelation of positively-charged peptides, whereas bovine serum 
albumin, a smaller molecule, cannot induce self-assembly. 
Tetrapyrroles are large macrocyclic molecules containing four pyrrole rings. 
They self-assemble into light-harvesting and energy-transferring nanostructures 
in biological systems. Porphyrins from tetrapyrrole family are attractive building 
blocks to synthesize photocatalytic and light-responsive nanotubes; two 
oppositely charged porphyrins were employed to self-assemble through 
electrostatic interactions [58]. It is possible to change the function and the 
structure of the nanotubes by modifying the porphyrin building blocks, 
suggesting a high degree of control over the nanotubes. 
2.2. Metal coordination 
 Over the past few decades, many studies have been carried out regarding 
coordination polymers and crystal engineering of metal complexes; selective 
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metal ion binding has been found to be a promising approach to control the 
fabrication of nanoscale self-assembled structures. In metal coordinated 
structures, metal ion functioning had been used along with some other non-
covalent interactions [59-62] including hydrogen bonding, π–π stacking 
interactions and van der Waals forces. Potential applications of these 
nanostructures lie in the development of new materials, including metal-organic 
frameworks [63, 64], with magnetic, non-linear optical and photoluminescent 
properties. 
 Metal centers interact with ligands via medium strength directional metal-
ligand bonding. A broad knowledge of coordination chemistry contributes to the 
selection of appropriate metal-ligand pairs and binding modes for the assembly of 
supramolecular structures with differing shapes. A coordination system consists 
of a central metal atom, called the coordination center, ligated to other atoms, 
called ligands, where the coordination bonds are delocalized over the ligands, 
thus reducing the Coulomb repulsion between the electrons. The d-orbital 
occupation changes the symmetry of the metal coordination sites, thereby 
changing the supramolecular shape. To obtain the desired structure, the metal 
coordination environment and binding mode of the linkers must be carefully 
designed, where the shape is encoded both in the ligands and the metal ions. For 
the metal center, transition metal ions can be useful as they not only stabilize the 
structures but also interact with other elements, allowing construction of more 
complex structures. To form complex structures, the metal centers should be 
available for further coordination; bulky ligands can be used to hinder the 
attachment of same or other ligands to the metal centers, thereby preventing 
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saturation of the metal centers. 
 
Figure 2.1. Bis-biotinylated terpyridine forms a linear tetrabiotinylated connector, the 
[Fe(Biot2-terpy)2]2+ complex, upon reaction with ferrous ion. The presence of 





Figure 2.2. SEM images of MOPF bundles containing CaCl2. (a) 8x10-7 M Fe 
solution containing 0.05 M CaCl2, 5 min at RT; and (b) a zoom into it. (c-e) 
Biomineralized bundles of 8 x 10-6 M Fe solution, 12 hours: (c) 0.01 M CaCl2; (d-e) 
0.05 M CaCl2 [65]. 
The transition-metal connectors in conjunction with proteins are used to create one-
dimensional metal-organic protein frameworks [63]. It was demonstrated that 
streptavidin, a homotetrameric protein with four biotin binding sites, combined with 
a linear tetrabiotinylated connector, the [Fe(Biot2-terpy)2]2+ complex bearing four 
biotin groups, with the aim of producing a collagen mimetic material for calcite 
biomineralization. Self-assembly took place through non-covalent interactions of 
coordination polymers and protein aggregates into a one-dimensional metal–organic 
protein framework (MOPF) to yield millimeter-sized one-dimensional matrices. 
Ferrous ions were used in the synthesis of [Fe(Biot2-terpy)2]2+, as terpyridine readily 
interacts with those ions in a cooperative fashion (Figure 2.1). To induce the 
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biomineralization of calcite, carbondioxide vapor was streamed over MOPF bundles 
for nucleation, growth and assembly of calcite microcrystals on the bundles (Figure 
2.2). The negatively charged glutamic acid and aspartic acid side chains are thought 
to have favored chelation of calcium [65]. 
Self-assembly of de novo designed peptides into well-designed structures can be 
achieved through an appropriately chosen metal ion [66-68]. Selective recognition 
and binding of the metal ion to the peptide might induce a conformational change. 
Self-assembly of a fibril forming peptide, a structural variant of a three-stranded 
helical bundle forming a trimeric leucine zipper, was triggered by silver(I) ion 
binding to proximal histidine residues [66]. The trigonal planar geometry in the metal 
ion binding site favored binding of silver(I) ions, which in the presence of soft-donor 
nitrogen ligands can adopt a trigonal planar coordination in the presence of soft-
donor nitrogen ligands. Alternative coordination geometry using ions like copper, 
zinc and nickel failed to induce self-assembly. In an earlier study, same peptide was 
shown to self-assemble via a pH-dependent route [69]. Although, the final fiber  
morphologies were similar for two assembly routes, the lateral association between 
fibrils to form fibers larger in diameter was less extensive for silver ion induced 
fibrils. This might be related to the Columbic repulsion due to the partial co-
localization of positive charges by counter ions: metal ion induced fibers were 
positively charged due to the presence of metal ions, in this case one silver(I) ion per 
peptide; whereas pH-induced fibers have a negative charge at neutral pH.  
 Cd(II) centers are known for their use as metal coordination, because the d10 
configuration of cadmium complexes results in formation of various coordination 
18 
 
geometries. Kong et al. reported that an imidazole-containing tripodal ligand reacted 
with Cd(II) complexes of bromide, tetrafluoroborate, and nitrate, and three new 
coordination polymers were obtained [70]. In the presence of [CdCl4]2- as a counter 
anion, one of the complexes adopted a one-dimensional zigzag chain structure. The 
other two complexes adopted branched chain structures. The Cd(II) centers of the 
three complexes had different geometries such as distorted square pyramide, 
tetrahedron, and distorted octahedron. Tetrafluoroborate and nitrate anions were not 
found in the distorted geometries, but they had an impact on the self-assembly 
process so that on the final framework. The obtained coordination polymers 
demonstrated photoluminescence, as all complexes exhibited a blue fluorescence at 
room temperature in the solid state and could serve as a good candidate for 
photoactive materials. 
Dendron-rod-coils, having unique triblock architecture, self-assemble into one 
dimensional nanoribbons which have found use as a template for the synthesis of 
cadmium sulfide nanohelices [71, 72]. Cadmium sulfide semiconductors have 
potential photovoltaic applications. Cadmium ions have an affinity towards the 
hydroxy containing dendron region of the ribbons over the organic solvent, which 
was tetrahydrofuran in this study [71]. After exposure to hydrogen sulfide gas, the 
localized cadmium ions started to nucleate and grow as cadmium sulfide on one face 
of the twisted ribbon to form nanohelices with a pitch of 40-50 nm, nearly twice that 
of ribbons. Nucleation happened in many points at the same time, as revealed by 
transmission electron microscopy image (Figure 2.3) [73]. In some cases, double 





Figure 2.3. Chemical structure of the dendron-rod-coil molecules and TEM image of 
cadmium sulfide precipitated in a suspension of DRC nanoribbons, at an early stage 
growth. The inset shows the start of nucleation at different points and the organic 
ribbon under  CdS as indicated by the arrow [71]. 
2.3. Hydrogen bonding 
Arguably the most important noncovalent interaction in the self-assembly 
process is hydrogen bonding, due to its directionality and strength. The hydrogen 
atoms act as a bridge between two electronegative atoms; the hydrogen bond 
donor group consists of an electronegative atom bound to a hydrogen atom that 
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has a small positive charge due to dipole formation, and the hydrogen bond 
acceptor group consists of a dipole where the interacting atom of the acceptor 
group has a source of electrons. 
 The enthalpy of the hydrogen bond-based self-assembled systems must be 
balanced in consideration of the enthalpic loss and entropic gains due to hydrogen 
bonding and stacking interactions/hydrophobic effects, respectively [74]. Generally, 
hydrogen bonding is not the sole interaction in the self-assembly process; it is usually 
accompanied by other non-covalent interactions which have lower energies. 
Although hydrogen bonds are mostly used for constructing 2-D and 3-D 
nanostructures due to their selectivity and high directionality [75], there are also one-
dimensional nanostructures which are self-assembled through hydrogen bonding 
interactions [76].   
 Macrocycles containing an even number of alternating D- and L-amino acids, 
developed by Ghadiri and co-workers, are assembled into nanotubes by orthogonal 
hydrogen bonding, with the hydrogen bonds of the tubular structures perpendicular 
to the plane of the individual molecules (Figure 2.4) [77]. In the design of the four 
cyclic peptides, four non-polar amino acids and one polar amino acid were 
employed. Non-polar residues were chosen to study the effects of increasing 
hydrophobic surface contact; the polar residue, glutamine, was selected because of its 
hydrogen-bonding donor/acceptor capability and its possible participation in intra- 
and intertubular hydrogen bonding interactions, thus contributing to the structural 
stability of the system. Similar designs have been shown to form trans-membrane 




Figure 2.4. Alternating D- and L-amino acids assembling into cyclic peptide 
nanotubes via the antiparallel ring stacking. Extensive intersubunit hydrogen bonding 
can be seen in the sketches. Reproduced with permission from [77]. 
 Peptide amphiphile design of Hartgerink et al. was first presented in a 
biomineralization study [53], where the amphiphilic molecule consisted of a 
hydrophilic peptide headgroup, consecutive cysteine residues for formation of 
disulfide bonds, a flexible linker region, a phosphorylated serine residue for 
inducing biomineralization and a hydrophobic alkyl tail. A recent study of the 
self-assembly mechanism of peptide amphiphiles by Velichko et al. revealed that 
hydrogen bonding is the main interaction contributing to the final one-
dimensional shape [79]. In their model, the head groups were designed as 
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electroneutral in order not to calculate the effects of electrostatics in the self-
assembly process. This design enabled them to perform the Monte Carlo-
stochastic dynamics simulations in a reasonable time and still capture various 
aspects of the process. Their coarse-grained model states that transitions from 
random molecules in solution to different micellar structures are based on the 
interaction between hydrophobic interactions and hydrogen bonding. Paramonov 
et al. designed 26 different peptide amphiphiles to study a number of parameters 
in self-assembly such as amino acid choice, directionality of hydrogen bonding 
and the reasons that the nanofiber structure is favored over other structures [80]. 
They found that the amino acids near the alkyl tail of the peptide amphiphiles 
were the main contributors to the β-sheet structure, formed along the Z-axis of the 
fiber. There, the disruption of the hydrogen bonds, which occurred by 
methylating the glycine amino acids forming the hydrogen bonds, resulted in a 
transition from nanofiber structure to nanovesicle structure after a specific 
number of methylations, due to the fact that the remaining energy was not enough 
to hold the supramolecular structure of a nanofiber together (Figure 2.5). Guler et 
al. developed peptide amphiphile molecules conjugated to nucleic acids, resulting 
in thermally more stable duplexes of the conjugate molecule-DNA/RNA in 
comparison to nucleic acid-nucleic acid duplexes [81]. Such a molecule could be 




Figure 2.5. The chemical structure and the cartoon of the peptide amphiphile 
nanofiber: The inner most region, (a), is the hydrophobic core composed of aliphatic 
tails. (b) is the critical β-sheet hydrogen bonding portion of the peptide. (c), the 
peripheral peptide region, constitutes the interface between the fiber and the 
environment [80]. 
 While studying the ability of very short aromatic peptides to form well-ordered 
amyloid fibrils, Reches et al. observed β-amyloid diphenyalanine structural motif 
of Alzheimer’s disease self-assembling into one-dimensional nanotubes [82]. The 
nanotubes worked well as a mold for casting silver metal nanowires, first by 
metal ion reduction and then enzymatic degradation of the mold. By using 
diphenylalanine structural motif of Alzheimer’s disease self-assembling into one-
dimensional nanotubes [82]. The nanotubes worked well as a mold for casting 
silver metal nanowires, first by metal ion reduction and then enzymatic 
degradation of the mold. By using D-phenylalanine in the core structure of the 
peptide, the researchers achieved the construction of proteolitically stable 
nanotubes, which might have applications as nanotube-based biosensors. In 
another study, “teslian” (metal-insulator-metal) coaxial nanocables were 
developed by using the diphenyalanine peptide nanotubes as templates [83]. 
Silver ions were reduced in the nanotubes which were then chemically modified 
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with linker peptides consisting of a diphenylalanine motif and cysteine amino 
acid. The diphenylalanine motif was devised for interaction with the nanotube 
surface and cysteine in order to facilitate the imaging process of the structures, 
aided by gold ions that interact with the thiol group of the amino acid.  
Hong et al. produced silver nanowires [84] by reducing the silver ions in their 
organic nanotubes, which consisted of a reduced form of calix[4]quinone with four 
hydroquinone moieties [85]. Of the eight hydroxyl groups, four outer groups led to 
self-assembled structures with intermolecular hydrogen bonding in the presence of 
water molecules. Repeating tubular calix[4]hydroquinone octamers formed short 
hydrogen bonds between themselves to stabilize a linear tubular polymeric structure, 
where intertubular π-π stacking interactions contributed to the stability as well. 
 Hydrogen bonding is a powerful strategy in the self-assembly of one-
dimensional structures formed by dendrimeric molecules [86]. Some dendritic 
dipeptides were shown to self-assemble into helical porous one-dimensional 
nanostructures [87]. The characterization of the helical nanostructures indicated 
that the controlled design of periodic non-biological porous structures in bulk and 
in solution was achieved by dendrimer chemistry. The molecular recognition and 
self-assembly process are strong enough to tolerate a range of modifications to 
the amphiphilic structure.  
 Dendron-rod-coils, which assemble into one dimensional ribbons, form gels in 
certain solvents and at certain concentrations via  hydrogen bonding in the 
hydroxyl rich regions and π-π stacking of the conjugated segments [88-90]. 
Zubarev et al. designed dendron rod-coil molecules as additives to modify the 
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properties of polystyrene [90]. The molecules were dissolved in organic solvents 
to form one-dimensional birefringent ribbon-like nanostructures with a width of 
10 nm and a thickness of 2 nm, even at an extremely dilute concentration (Figure 
2.6). When the gels were heated to a temperature above the boiling point of the 
organic solvent (e.g. styrene, dichloromethane, or acrylate derivatives), the gels 
did not melt revealing the irreversibility of gel structure by temperature. To 
disassemble the gels, hydrogen bonding must have been disrupted by polar 
solvents. At 1 wt% concentration, ribbons aggregated into bundles of 5 to 10 flat 
ribbons, where excess organic solvent use made the relatively isolated ribbons 
twist and gain a 20 nm pitch. The twisting probably protects the hydroxyl groups 
in the center of the ribbon from the organic solvent. 
 
Figure 2.6. Chemical structure of the dendron-rod-coil molecule. (a) Bright field 
TEM image of unstained 0.004 wt% DRC molecules, dissolved in styrene. (b) High 
magnification TEM image of a thin slice of the scaffold material, containing 1 wt% 




Lipid nanotubes are promising templates for producing one-dimensional 
nanostructures that provide organic, discrete, tubular structures composed of a very 
high number of identical lipid molecules, as Young’s modulus of a single lipid 
nanotube has been determined to be around 700 MPa [91]. Various nanotube 
architectures are available with reference to the type of building block, as can be seen 
in Figure 2.7 [92, 93].  
Helices can intertwine and produce aggregated helices; when they reduce into 
rings, face-to-face non-covalent interactions result in the formation of tubes; instead 
of rings, rosettes can arrange into stacked rosettes; amphiphilic molecules might roll 
into sheets to produce nanotubes [93]. 
 
Figure 2.7. Open-ended tubular architectures: (a) aggregated helices from a hollow 
helix, (b) stacked rings from a ring, (c) stacked rosettes from a rosette, (d) 
monolayer-based lipid nanotubes from an unsymmetrical bolaamphiphile [92, 93]. 
Controlling the inner and outer dimensions of nanotubes and the charges and 
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functionalization of both sides are important in order to obtain well-defined and 
tailor-made architectures for many different purposes. Kameta et al. self-
assembled fluorescent lipid nanotubes from an unsymmetrical bolaamphiphile to 
encapsulate and track the passage of guest molecules through the hollow 
nanotubes, in order to better understand how the molecules act while entering and 
exiting the cell through the channels of the lipid bilayer [94]. The same group 
also developed cardanyl-β-D-glucopyranoside lipid nanotubes to reveal the role 
of water confined in a lipid nanotube by incorporating 8-anilinonaphthalene-1-
sulfonate as a probe, with the ultimate aim of guest encapsulation [92]. Hydroxyl 
groups of glucopyranoside covering the inner surfaces interacted with water 
molecules, lowering the solvent polarity to a value similar to that of propanol 
rather than bulk water.  
2.4. π-π interactions 
 Even though much weaker and less directional when compared to hydrogen 
bonds, π-π stacking interactions also drive the self-assembly process for π-
conjugated systems. The nature of π-π  interactions is not very clear, but it is 
suggested that the geometrical arrangement of the fragments, as well as π electrons, 
contribute to these interactions [95]. In order to obtain one-dimensional structures as 
end products, it is necessary to favor growth along the stacking direction rather than 
lateral growth alongside chains.  With the progression of efficient and high yield 
synthesis methodologies of bulk molecules [96] like dendritic molecules and 
macrocycles, it has become possible to build nanoscale architectures. Arylene 
ethynylene macrocycles [97, 98],  molecules with large planar surfaces, minimal ring 
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strain and highly tunable ring sizes of 0.5−5 nm, have been employed mainly for the 
synthesis of 2-D and 3-D structures [99, 100], as simple self-assembly methods [101] 
resulted in the formation of agglomerates, aided by solvophobic interactions between 
the alkyl side chains. Balakrishnan et al. achieved the self-assembly of arylene 
ethylene macrocycles into one-dimensional nanofibers by implementing the sol-gel 
process [102]. Cooling a homogenous solution results in the gelation of the 
molecules, which decreases molecular mobility, thus minimizing the lateral growth 
due to side chain association. 
Another type of macrocycles, constituted from oligoamides, is known to form 
fibrillar structures [103]. The self-assembly mechanism is suggested to rely on face-
to-face stacking, aligning the macrocycles into nanotubes containing a large channel 
(Figure 2.8) [104]. Such nanotubes are proposed to be used as transmembrane 
channels by modifying the side groups to tune the solubility and membrane 
compatibility of the macrocycles. Employing different functional groups resulted in 
differing pore diameters, thus affecting the conductance of the transmembrane 





Figure 2.8. Oligoamide macrocycles self-assembling into transmembrane channels 
through face-to-face stacking [104]. 
Engelkamp et al. demonstrated that the tuning of the supramolecular chirality of 
one-dimensional objects can be done in a controlled way by simply controlling the 
strength and directionality of non-covalent interactions [105]. Disk molecules, 
derived from a phthalocyanine ring and covered with crown ether moieties, formed 
fibers with right-handed helicity through π-π stacking, which eventually yielded 
superhelices with left-handed helicity. The advantages of using π-π stacking in the 
design of nanostructures are its relatively less complex method,and high electron 
mobility through the nanostructure. High mobility is generally attributed to strong 
overlapping in a stack of neighboring molecules’ electronic wave functions [106] 
which increases bandwidth and consequently electrical conductivity [107]. 
In the molecular electronics field, nanowires and nanocables self-assembled via π-π 
stacking are drawing attention [108-110]. This type of stacking is commonly 
observed in aromatic compounds with extended π systems. To give an example, 
hexabenzocoronene is a PAH (Polycyclic Aromatic Hydrocarbon) compound 
consisting of 13 fused benzene rings, and it was shown to self-assemble into 
nanocables; researchers also devised a method for putting the cables into organic 
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field effect transistors by use of elastomer stamps [111]. In another study, a 
derivative of hexabenzocoronene self-assembled into nanotubes in tetrahydrofuran, 
where the walls of the tubes consist of helical arrays of π-stacked coronenes covered 
by hydrophilic glycol chains (Figure 2.9) [112]. The final structures have been found 




Figure 2.9. The chemical structure of hexa-peri-hexabenzocoronene and the self-
assembly mechanism into nanotubes and helical coils: (A) A graphitic bilayer tape; 
each layer consists of one dimensional columns of -stacked hexabenzocoronene 
units. (B) A nanotube formed by tight rolling-up of the bilayer tape. (C) A helical 
coil formed by loose rolling-up of the bilayer tape [111]. 
Hexabenzocoronene had also been used for producing discotic liquid crystals, 
called mesogens, by chemically modifying the periphery of hexabenzocoronene, 
whose liquid crystalline phase showed a rapid switching process within the 
applied electrical field [113]. π- π stacking and hydrogen bonding are the two 
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synergistic intermolecular forces controlling the assembly of the central aromatic 
subunits of the liquid crystals.  
As a very well established study to understand the driving forces of self-
assembly, Wang et al study on supra-amphiphiles can be given as an example 
[114]. In this study, many interactions introduced to the peptide structure to 
achieve rigid self-assembled nanostructures. They used mesogenic groups, strong 
π-π stacking groups, hydrophobic interactions in water, electrostatic interactions, 
and so on, to self-assembly of building blocks. 
2.5. Solvophobic interactions 
Solvophobic interactions, which have little directional constraint, differ from 
the other non-covalent interactions in terms of inducing self-assembly that 
hydrophobic interactions are stabilized due to favorable entropy rather than 
favorable enthalpy, which might even be unfavorable as long as entropy is 
favored. The solvophobic parts of the molecules tend to associate to minimize 
their surface area contacting the solvent, whereas the solvophilic parts try to 
remain in contact with the solvent. The two opposing forces compete with each 
other, one tending to decrease the interfacial area per molecule, the other tending 
to increase.  
 Solvophobic interaction is observed in solvents with a spatial hydrogen-bond 
network. It is thought to consist of two stages, namely solvation and interaction. 
According to Rodnikova et al., the solvation is related to the lability of the 
hydrogen-bond network, whereas elasticity of the network determines the 
interaction part [115].  
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The importance of solvophobic interactions in the self-assembled nanostructures 
has been demonstrated in various studies [116, 117]. Designing molecules with lipid 
groups leads to molecules with amphiphilic features which are extremely important 
for self-assembly [118-120]. To study the sole effects of the non-covalent forces, 
namely hydrogen bonding and solvophobic interactions, acting on the self-assembly 
of peptide amphiphiles, molecular simulations were used [121]. It was found out that 
pure solvophobic interaction favored micelle production rather than one-dimensional 
nanofibers. However, there are a few studies where solvophobic interactions led to 
the self-assembly of the molecules into one-dimensional structures [122, 123]. 
Protein aggregation based diseases, including type II diabetes which are related to 
the presence of amylin fibrils in the pancreatic islets [124], are becoming more 
common as the lifespan increases; however, effective treatment have not been found 
yet. One of the approach scientist concentrate on is to restrict or inhibit the hydrogen 
bonding in between these molecules through  primary sequence modification [125], 
as amyloid and amylin fibrils assemble from antiparallel oriented peptides, in which 
the amide bonds contribute to the hydrogen-bonding  network. Elgersma et al. 
studied the self-assembly of amylin amide bond derivatives into nanostructures with 
the ultimate aim to design β-sheet-breaker peptides to inhibit the aggregation of 
amylins [123]. The peptide backbone was modified at alternate amide bonds to 
generate depsipeptides, N-alkylated peptides and peptoid-peptide hybrids as 
aggregation inhibitors. Although, these peptides were expected to self-assemble into 
fibrils, instead helical ribbons and nanotubes were obtained which indicates the lack 
of β-sheet formation. Replacing the backbone amide with an ester moiety or N-alkyl 
group resulted in a weaker hydrogen-bond acceptor, which inhibited the aggregation 
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of peptides into fibrils. For both peptides, which assembled into helical ribbons and 
nanotubes (Figure 2.10), increased hydrophobicity is the proposed mechanism for the 
self-assembly. 
 
Figure 2.10. The chemical structures of amylin derivatives. Both structures 
assembled into helical fibrils and nanotubes. (Scale bar: 2 µm)  [123]. 
2.6. Van der Waals interactions 
 Van der Waals interactions arise from fluctuations of the electron distribution 
of two closely spaced molecules. Shift of the electron cloud around the nucleus 
results in formation of an instantaneous dipole within the molecule, which in turn 
partially charges the other molecule such that the partial positive charge of one 
molecule will be attracted to the partial negative charge of the other molecule. 
Although van der Waals interactions do not usually play the main role in self-
assembly, there are a few studies showing its leading role in the assembly 
process. Zhang et al. developed a simple synthesis method for gold nanobelts, 
which are proposed to self-assemble through van der Waals interactions [126]. 
Auroric acid (HAuCl4) in polyvinylpyrrolidone (PVP) formed various structures; 
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triangular plates, hexagonal plates, spheres, as well as nanobelts were observed. 
The nanobelts were uniform in diameter (130 nm) and thickness (30 nm). 
Polyvinylpyrrolidone adsorption onto gold planes directs the growth of the belts. 
PVP adsorbs onto the {111} facets of the gold seeds, and the subsequent growth 
of the seeds on {110} facets in the absence of PVP results in the formation of 
triangular plates through van der Waals forces. The triangular plates then 
recrystallize to form the nanobelts, which have the same thickness and angle end 
structure.  
Nanowires self-assembled from molybdenum sulfur iodine were experimentally 
characterized by electron microscopy and computer-simulated to fully understand the 
structure and the forces acting on that structure [127]. The electron microscopy 
images showed derivations from the previously predicted bundle structures, so the 
authors proposed a new structure. The electronic properties of the wire was 
determined by density functional theory (DFT), which presented weak bonding 
between neighboring strands. This weak bonding, attributed to van der Waals forces, 
proved that the wires indeed assembled into the newly proposed structure. It is 
suggested that the inter wire interaction is stabilized by Mo d-S p hybridization and 
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3. Synthesis and Characterization of Peptide Nanofibers as 
Template for Synthesis of Inorganic One-Dimensional 
Nanostructures 
3.1. Introduction 
Self-assembled amyloid-like peptides [128] have emerged as a unique class of 
materials with potential applications as templates for nanotube [83] and nanowire [8, 
82] growth, one-dimensional nanostructure organization [129], micromechanical 
system components [130] and interconnects for nanoelectronics [131]. Amyloid-like 
peptides provide suitable conditions for template-directed mineralization process 
with their inherent ability to self-assemble into fibrillar nanostructures [132, 133]. 
These organic-inorganic hybrid materials are important for bottom-up synthesis of 
one-dimensional inorganic nanostructures. 
 
 
Figure 3.1.  Ac-KFFAAK-Am Peptide 
Here we synthesized an Amyloid Like Peptide (ALP) molecule, which is able to 
self-assemble into one-dimensional nanofiber in convenient conditions. The ALP 
37 
 
structure was inspired by amyloid proteins composed of extended sheet-like peptide 
secondary structures. Amyloid fibrils are the responsible from diverse group of 
diseases, including Alzheimer’s disease, type II diabetes, and prion diseases [134]. 
For finding a compatible cure for these kind of diseases, it is crucial to investigate 
and understand the structure of the ALP nanofibers. Despite the fact that they formed 
from structurally unrelated group of proteins, all amyloid fibrils share similar 
biophysical and structural properties. The formation is a result of stacking of 
aromatic residues. The π-π stacking interactions plays a key role in the process of 
molecular recognition and self- assembly that leads to the formation of amyloid 
fibrils [135]. 
In this study, the ALP molecule was designed to form an extended hydrogen 
bonded supramolecular nanostructure. Enhanced stability of the resulting 
supramolecular nanostructure was achieved by the incorporation of amino acid 
residues which provide a directional and relatively strong intermolecular interaction, 
namely hydrogen bonding [136].  A diphenylalanine motif was employed to promote 
the β-sheet formation [137] through π-π stacking [138]. The amine groups on the side 
chain of lysine residues were used at both ends to functionalize the periphery of the 
nanostructures. Amines were exploited for seeding metal ions around the nanofibers.   
3.2. Experimental 
Peptide Synthesis: 9-Fluorenylmethoxycarbonyl (Fmoc) and ter. Butoxycarbonyl 
(Boc) protected amino acids, MBHA Rink Amide resin, and 2-(1H-Benzotriazol-1-
yl)-1,1,3,3-tetramethyluronium hexafluorophosphate (HBTU) were purchased from 
NovaBiochem and ABCR. The other chemicals were purchased from Fisher, Merck, 
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Alfa Aesar or Aldrich and used as received, without any purification. Peptides were 
constructed on MBHA Rink Amide resin. Amino acid coupling reactions were 
performed with 2 equivalents of Fmoc protected amino acid, 1.95 equivalents of 
HBTU and 3 equivalents of  N,N-Diisopropylethylamine (DIEA) for 2 h. The Fmoc 
protecting group removal was performed with 20 % Piperidine/DMF solution for 20 
min. Cleavage of the peptides from the resin was carried out with a mixture of 
TFA:TIS:H2O in ratio of 95:2.5:2.5 for 3 h. Excess Trifluoroacetic acid (TFA) was 
removed by rotary evaporation. The remaining peptide was triturated with ice-cold 
diethyl ether and the resulting white precipitate was freeze-dried. The peptide was 
characterized by a quadrupole-time of flight mass spectrometry (Q-TOF MS) (Figure 
3.2). The mass spectrum shows the corresponding mass of the peptide; the purity of 
the peptide was assessed by RP-HPLC and found to be more than 95 % (Figure 3.3). 
Liquid Chromatography-Mass Spectrometry (LC/MS): The peptide molecule is 
very soluble in water. 1mg peptide added into 1 ml water and sonicated for 15 
minutes. Then LC/MS measurements were taken with Agilent Technologies 6530 
Accurate-Mass Q-TOF LC/MS. Agilent Zorbox Extend-C18 coulomn (Rapid 
resolution HT 2.1X50mm 1.8-Micron) was used with 1 % Formic acid-Water (A)  
and 1% Formic acid- Acetonitrile (B) as mobile phase. The flow of mobile phase 
graduated as at first 5 minutes 2% B-98% A, from 5 to 20 minutes the rate of B 
increased to 100% and stayed there for 1 minute, after 21st minute the rate of B 
turned back to 2% again with the  flow rate 0.2 ml/min. LC chromatogram was 
obtained at 220 nm (Figure 3.3). 
UV-Vis and Fluorescence Spectrophotometry: 0.03 wt % peptide solution in 
ethanol was prepared and added into 1 cm quartz cuvvette. UV absorbance 
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measurements were taken with Varian Cary 100 UV-VIS spectrometer between 200-
400 nm. Fluorescence measurements were done with Varian Cary Eclipse 
Fluorescence Spectrophotometer between 265-600 nm. 
Fourier Transform- Infrared Spectrofotometry (FT-IR): 1.33x10-2 M peptide 
mixed with four different solvents; ethanol, methanol, H2O at pH 5 and 10. The 
reason of using those different solvents is the structural differences of the self-
assembly of peptide in each solvent. For preparing the FTIR pellets, the samples in 
ethanol and methanol were evaporated with a vacuum oven, at 38°C and 400 mbar 
for 12 h, then 20 mbar for 12 h. The samples prepared in H2O were lyophilized for 2 
days. 1 mg of remaining powder was mixed with 100 mg of KBr for preparing 
pellets. Bruker Tenson 27 FT-IR spectrometer was used for FT-IR analysis in the 
range of 400-4000 cm-1. 
Differential Scanning Calorimetry (DSC): The measurements were done with TA 
DSC Q2000. Heating flow rate was 50⁰C per minute. 5 mg of 1 wt % peptide gel in 
ethanol was measured. 
Circular Dichroism (CD): A 3.99 x 10-4 M ALP solution was prepared in 
different solvents and at different pH values. A Jasco J-815 CD spectrophotometer 
was used for CD analysis. 
Scanning Electron Microscopy/Energy Dispersive X-Ray Analysis (SEM/EDX): 
An FEI Nova 600i Nanolab Scanning electron microscope with energy dispersing X-




Environmental Scanning Electron Microscopy (E-SEM): E-SEM experiments 
were performed with FEI Quanta 200 FEG. Small amounts of samples (ca. 5 µl) 
were cast on clean silicon wafer. The samples were dried with a critical point dryer 
prior to analysis. 
Transmission Electron Microscopy (TEM): TEM was performed with FEI Tecnai 
G2 F30. Diluted samples were placed on a Lacey mesh ultrathin carbon coated 
copper grid. 2 % (wt/v) uranyl acetate solution was used for staining organic 
nanostructures. 10 µl of diluted sample solution was dropped on a grid for 1 min. 
Excess amount was removed by pipetting. Then, 2 % uranyl acetate solution was put 
on a parafilm sheet. The grid was put on the drop upside down for 5 min. After 
staining, the grids were dried in the fume hood at room temperature overnight. 
Inorganic samples were formed on steel meshes by calcination. After calcination, 
those meshes were put in 1 ml ethanol and vigorously sonicated for 5 min, to 
disperse inorganic samples in ethanol. Then, 2 µl of dispersion in ethanol were taken 
onto TEM grid.  
Thermal Gravimetric Analysis (TGA):  TA Instruments TGA Q500 was used with 
a heating rate of 20 ºC per min. 5 mg of peptide powder was used for TGA analysis. 
Polarized Light Microscopy: An Axio Imager A1m optical microscope was used 
with two light polarizers. A drop of 1.33 x 10-2 M peptide sample was sealed 
between two sliders and characterized with a polarized light microscope. 
Oscillatory Rheology: Rheology measurements were performed with an Anton 
Paar Physica RM301 Rheometer operating with a 25 mm parallel plate configuration 
at 25 °C. Each sample of 100 µl total volume with a final peptide concentration of 
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1.33 x 10-2 M was carefully loaded on the center of the lower plate and left 
untouched for 15 min before measuring. After equilibration, the upper plate was 
lowered to a gap distance of 0.5 mm. Storage moduli (G′) and loss moduli (G″) 
values were scanned in a time-dependent manner for 75 min with a constant shear 
strain of 0.5 % and 10 rad/s angular frequency. 
Critical Point Dryer. Samples were dried at a critical point (1072 Psi, 31 ºC) with 
the Tousimis Autosamdri-815 B, Series C critical point dryer.   
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3.3. Results and Discussions 
The peptide Ac-KFFAAK-Am (Figure 3.1) was designed and synthesized by Solid 
Phase Peptide Synthesis (SPPS) method to mimic the amyloid structure and form 
self-assembled peptide nanofibers by intermolecular forces. Phenylalanine residues 
used for π- π stacking formation and alanine for H-bonding. These forces are 
incorporate during the self-assembly of the peptide molecules into one-dimensional 
peptide nanofibers in convenient conditions. The amine groups of lysine at two ends 
were used for further mineralization. According to Hard-Soft Acid-Base (HSAB) 
Theory, we know that, as a hard base, amine group has affinity to hard acidic 
minerals [39].  
After the synthesis of the ALP, the molecular weight of the product was 
determined by using Q-TOF Mass Spectrometer, and found 752 g/mol as expected 
(Figure 3.2). The purity of the product was investigated with Liquid Chromatography 
(LC) by the absorbance at 220 nm (Figure 3.3). The spectrum of the LC showed that 







Figure 3.2. Mass spectrum of ALP molecule. MS: (m/z) calculated 751.92, [M+H] 
found 752.4476, [M+2H] found 376.7297. [2M+H] found 1503.8870. 
 
Figure 3.3. Liquid Chromatogram, absorbance at 220 nm. 
The self-assembly conditions of the peptide were investigated by solubility tests in 
various solvents (Table 3.1). A solubility test was performed by adding 1 mg of 
peptide into 100 µl of solvent turned out to be minimum gelation concentration (1.33 
x 10-2 M) for water (at pH 10) and ethanol, because peptide could completely form 
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gel at this concentration and the medium did not have any residual solvent residing at 
the top of gel. The ALP molecule readily dissolved in methanol and in water. The 
initial pH of the aqueous solution was 5 and 10 µl of 1 M NaOH solution was added 
into the aqueous solution to raise the pH for neutralization of charges on amine 
groups of lysines to promote self-assembly. A self-supporting gel formation was 
observed at pH 10. In addition, the ALP molecule in ethanol also formed a gel after 
sonication at room temperature (Figure 3.4). The solubility of the ALP molecule was 
also tested in hexane, dichloromethane, acetone, toluene, benzene, tetrahydrofuran 
and acetonitrile. The peptide remained as a white precipitate in these solvents even 














Table 3.1 Solubility Tests 
Solvents Solubility 
Water 
Gel > pH 10 
Soluble < pH 5 
Ethanol Gel 
Methanol Soluble 
n-Hexane NOT Soluble 
Dichloromethane NOT Soluble 
Acetone NOT Soluble 
Toluene NOT Soluble 
Benzene NOT Soluble 
Tetrahydofuran NOT Soluble 
Acetonitrile NOT Soluble 
 
The ALP gels in ethanol were composed of a 3-D network of nanostructures as 
observed by SEM (Figure 3.4b and Figure 3.5). According to TEM images, the 
diameters of the ALP nanofibers were about 20 nm, and the lengths were in the 
micrometer range (Figure 3.4e).  Furthermore, as clearly observed in Figure 3.4e, the 
peptide nanofibers had affinity to form bundles by twisting around themselves. These 




Figure 3.4. (a) Peptide gel (1 wt % peptide in ethanol); (b) SEM image of peptide 
fibers, 3 nm Au/Pd coated, scale bar: 3 µm(c) 2 µm (d) TEM image of peptide fibers 





Figure 3.5. SEM images of the peptide fiber bundles in ethanol, dried with critical 
point dryer. 
The gel formation was investigated by oscillatory rheology measurements. In this 
method, viscoelastic behaviour of the sample at constant frequency of oscillation is 
characterized by the storage modulus (G’) and the loss modulus (G’’). The storage 
modulus (G’) and the loss modulus (G’’) were recorded as a function of time. The 
values of storage modulus remained significantly higher than the loss modulus 
during the measurement, thus supporting visual evaluation of  the mixture as a gel. A 
self-supporting gel formation was observed for both gels in ethanol (Figure 3.6a) and 
in H2O at pH 10 (Figure 3.6b). According to the results, it was observed that the gel 
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strength increased with time. Two possible reasons for changes in G’ and G’’ with 
time could be gel aging and solvent evaporation. With time, gel aging can result in 
stiffer gels. Additionally, the concentration of peptide might increase upon solvent 
evaporation resulting in stiffer gels. 
 
 
Figure 3.6. Time dependent oscillatory rheology measurements of gels (a) in ethanol 
and (b) in H2O at pH 10. 
Circular dichroism (CD) measurements were performed to study the effect of 
peptide secondary structures on nanostructure formation in varying concentrations 
and solvents (Figure 3.7 and Figure 3.8). This method shows the absorption bands of 
optically active chiral molecules. The experiments were done with peptide 
concentration of 3.99x10-4 M (0.03 wt %) prepared in different solvents such as 
methanol, ethanol and water. The ALP molecules formed gel in ethanol and in H2O 
at pH 10 and were soluble in H2O at pH 5 and methanol. The CD spectrum of the 
ALP sample in ethanol revealed a higher intensity than in methanol because of the 
higher degree of aggregation of the twisted β-sheet structure (Figure 3.7). The CD 
signals around 235 nm and 220 nm indicate β-sheet structure in H2O both at pH 10 
and at pH 5 (Figure 3.8). The typical β-sheet structure reveals signals at 195 nm and 
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216 nm [139, 140]. The red-shifted signals indicate that the predominant secondary 
structure forming the nanostructures is a twisted β-sheet [141]. The CD spectrum of 
all peptides in water, looked like PolyProline II (PP-II) structure [142-145] (Figure 
3.8). This formation could be due to the alanine residues of peptide [146]. 
Although the peptide solution in methanol did not form any gel, the CD spectrum 
of this solution showed a structure between extended and β-sheet (Figure 3.7).  The 
solution of gel in ethanol showed a hybrid structure, too. The dominant structure of 
gel is like PP-II, but also β-sheet formation was observed. 
 




Figure 3.8. CD spectra of ALP in H2O with different concentrations a) at pH 10 and; 
b) at pH 5. 
When the peptide molecules individually dispersed at certain concentrations in 
ethanol, they self-assembled into the peptide nanofiber structure by highly specific 
interactions such as hydrogen bonding (through alanine residue) and π-π stacking 
(through phenylalanine residue). The peptide nanofibers as product have hierarchical 
architectures such as liquid crystalline orderings [147]. The liquid crystalline ordered 
structures shows birefringence between two cross polarized lenses under light 
microscopy. Birefringence indicates the presence of ordered micro domains in 
solution [148]. 
To characterize the orientation of peptide nanofibers in ethanol solution, 1.33 x 10-2 
M peptide gel placed between two cross polarized lenses under light microscope. 
Figure 3.9 shows optical micrographs of the gels. A characteristic Schlieren texture 
[149] of lyotropic liquid crystal phase was observed in the ALP gels [147, 150]. This 






Figure 3.9.  Birefringence effect of self-assembled ALP nanostructures (a) in ethanol, 
(b) in H2O at pH 10, magnification 500X. 
52 
 
FT-IR measurements were performed with dried samples of the ALP solutions in 
ethanol, methanol and water at pH 5 and 10 (Figure 3.10).  
The Amide-A bond, due to the N-H streching vibrations are observable around 
3225-3280 cm-1. This vibration does not depend on backbone comfomation, but it is 
very sensitivr to the strength of H-bondings [151]. Amide I (1600-1700 cm-1) region 
is very important to determine the backbone conformation and H-bonding pattern. 
Independent from the amino acid sequence of the protein, the exact position of the 
band shows the conformation. In this region, the peaks; first around 1615-1637 cm-1 
and second around 1685-1696 cm-1 show β-strand [152]. The peak near 1680 cm-1 
clearly was assigned to β-turns in the structure [151]. Amide II bond (1510- 1580 
cm-1) derives mainly from in plane N-H bending. 
In prepared samples; the Amide-A (associated with the -NH stretching frequency)  
band was observable around 3296 cm-1  in methanol and in H2O at pH 5, where the 
peptide was completely dissolved, attributed to the -NH group of the peptides 
involved in hydrogen bonding [153, 154]. The Amide-A band was at around 3325 
cm-1 in ethanol and in H2O at pH 10, where the peptide molecules formed a gel due 
to self-assembly. Also, Amide-I (indicating the existence of C=O stretching 
vibrations) generated two peaks around 1687 and 1633 cm-1 [155, 156]. The splitting 
of the peak can be due to the interactions between repeating peptide units [153].  The 
Amide-I peak of the peptide in ethanol and in H2O at pH 10 was found around 1645-
1706 cm-1. 
The FTIR data showed us the Amide-I region which occurs in the region 1600-
1700 cm-1(Figure 3.10). Hydrogen bonding and the coupling between transition 
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dipoles are among the most important factors to form amide bands. Amide I bands in 
the spectral range 1620–1640 cm-1 and 1648-1660 cm-1 with peptide can be attributed 
to β-sheet and α-helix structures, respectively. The peak around 3200-3300 cm-1 
occurs due to the N-H stretching. Also, around 1200-1300 cm-1, the amide III region 
can be seen. 
In ethanol solution, although the peaks around 1695 cm-1 were ascribed to an 
antiparallel β-sheet structure [151], the higher frequencies could also be due to turns 
(Figure 3.10). The CD (Figure 3.7) and FT-IR spectra of the ALP samples were 
indicative of β-twist and β-turn structures of the self-assembling ALP molecules. 
Table 3.2. FT-IR peaks of some basic peptide secondary structures and regions 
Structure Wavenumber (cm-1) 
Antiparallel β-sheet 1690 
β- turns 1675-1685 
β-sheet 1615-1637 
α-helix 1655 









Figure 3.10.  FT-IR spectra of the ALP samples; (a) in H2O at pH 10, (b) in H2O at 
pH 5, (c) in ethanol, and (d) in methanol. 
We investigated UV absorption properties of the peptide molecule in ethanol, 
methanol and in H2O at pH 5 and 10. We observed absorption around 260 nm in all 
solvents, which is the characteristic absorption band of phenylalanine residues in the 
peptide (Figure 3.11) [157-159]. The fluorescence emission properties of the peptide 
molecules were also investigated. Fluorescence emission peaks around 283 and 304 
nm were observed upon excitation of adjacent phenylalanine residues at 260 nm, 
indicating excimer formation due to π-stacking (Figure 3.12) [158-160]. Excitation 
of phenylalanine rings around this absorption wavelength causes a fluorescence 
around 300-350 nm which is due to the π-π* transition [159]. The UV-Vis absorption 
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and fluorescence spectra of the peptide solutions in different solvents were quite 
similar, indicating somewhat similar degrees of self-assembly in all of the solvents 
(Figure 3.11 and Figure 3.12). 
 
Figure 3.11. UV-Vis absorption spectra of the ALP; (a) in H2O at pH 5 and pH 10, 
(b) in ethanol and in methanol. 
 
 
Figure 3.12. Fluorescence emission spectra of the ALP; (a) in H2O at pH 5 and 10, 
(b) in ethanol and methanol. 
The Thermal Gravimetric Analysis (TGA) was performed to determine the 
evaporation temperature of the peptide molecule. As seen at Figure 3.13, the powder 
of peptide molecule was heated up to 750ºC. The sample started to evaporate after 
200ºC and approximately 60% of the weight was lost at 350ºC. At around 550ºC, the 




Figure 3.13. Thermal Gravimetric Analysis of peptide powder. 
 
This chapter demonstrates the synthesis of a peptide molecule having ability to 
self-assemble into one-dimensional fibrillar form with special functional groups and 
having affinity to bind particular inorganic ions was designed and synthesized. The 
physical and chemical properties of the designed peptide and self-assembled one-
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4. Template-Directed Synthesis and Characterization of Silica 
Nanotubes and Their Application as Explosive Detection 
4.1.  Introduction 
Inorganic nanotubes are attracting a great deal of interest due to their potential 
applications in sensing, catalysis and biotechnology [161, 162]. Silica is one of the 
most studied materials to produce nanotubes because of its inert nature, 
hydrophilicity, and ease of surface functionalization [163]. Silica nanotubes are 
typically prepared within the pores of anodic alumina membranes by chemical vapor 
deposition or sol-gel methods [164-166]. Wall thickness and pore size of the tubes 
can be controlled by changing the reaction conditions. However, the size of the tubes 
is restricted with the pore sizes of the membranes and it is not possible to produce 
tubes thinner than 50 nm. Alternatively, silica nanotubes were prepared around the 
organic or inorganic templates such as carbon nanotubes [167, 168], ZnO [169], and 
PbSe [170] nanowires, gold nanorods [171], surfactants [172, 173],  peptides [174] 
and gel systems [175, 176]. Depending on the template used, variety of nanotubes 
with different sizes, pore diameters and wall thicknesses were synthesized. However, 
large scale production of thin (< 50 nm) and long (< 1 µm) silica nanotubes is still 
rare [177]. These high aspect ratio silica nanotubes would be indispensible in 
especially, catalysis and sensing applications because of their high surface area and 
ability to form highly porous networks.  
With this insight, we prepared very thin and long silica nanotubes by using 
amyloid-like peptide [178] nanofibers as template [179]. The nanofibers not only act 
as a template but also they catalyze the silica formation because of the amine groups 
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on their surfaces. The self-assembly of peptides was achieved by a specially designed 
short peptide sequence, Ac-KFFAAK-Am, that forms sheet-like hydrogen bonded 
structures. Functional groups (-NH2) on side chains of lysine residues served as the 
nucleation centers for successive deposition of inorganic precursor materials. 
Transformation of deposited material to target inorganic material and removal of 
organic template were achieved by the calcination process at an appropriate 
temperature. The simple preparation process of target inorganic materials makes the 
ALP-templated process very lucrative not only for laboratory scale preparation, but 
also for industrial large scale applications.   
A wide variety of detection methods and materials are studied in  very chalenging 
and important area of detection explosives. Fluorescent quenching based sensing 
methods are very promising for rapid and sensitive detection of explosive vapors 
[180]. The mechanism of fluorescence quenching sensing is based on photo-induced 
electron transfer from excited fluorescent molecules to explosives [181]. Previously, 
conjugated polymers [180-184], fluorescent organic nanofibrils [185, 186], dye 
doped porous silica films [187-190] and surface decorated nanoparticles [191] were 
used for fluorescence quenching based sensing of explosives. The performance of 
fluorescent porphyrin dyes strongly depends on the formed mesostructured substrate 
material and its pore size [187] In this work, we utilized the Meso-tetrakis-p-
carboxy-phenylporphyrin (TCPPH2) doped silica nanotubes, synthesized through 
peptide nanostructure templating, for explosive sensing. The fluorescent silica 
nanotubes (FSNT) can be dispersed in ethanol solution or in water and can be 
directly casted on the surfaces to form a porous network. The porous fluorescent 
silica nanotube surface provides sensitive detection of nitro-aromatic explosives; 
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2,4,6-trinitrotoluene (TNT) and 2,4-dinitrotoluene (DNT) [187-189]. When the 
sensor surface exposed to TNT or DNT vapor its’ fluorescence quenched 
significantly within seconds because of the high surface area of the FSNT surface. In 
order to demonstrate the effect of surface area on sensor performance, we prepared 
TCPPH2 dye doped nonporous silica thin film (film thickness is 170 nm) and silica 
nanoparticle (particle sizes are around 60 nm) surfaces. Both thin film and silica 
nanoparticle sensors demonstrated slower fluorescence quenching than fluorescent 
silica nanotube sensor against TNT because of their less porous (lower surface area) 
structure. Furthermore, the selectivity of the prepared fluorescent silica nanotube 
sensor is tested with vapors of similar aromatic molecules which are; nitrobenzene 
(NB), toluene, xylene, benzoic acid (BA) and dihydroxybenzoic acid (DBA).  The 
results indicated that FSNT sensor highly selective and sensitive to TNT and DNT.    
4.2.  Experimental 
Peptide Synthesis and characterizations were done as described at Chapter 3.  
Calcination process: The ALP nanostructures were mineralized by tetraethyl 
orthosilicate (TEOS). Silica samples were incubated for 1 week at room temperature. 
100 µl of each sample was casted on a steel mesh and dried with a critical point drier. 
The mineralized samples were placed in an oven. The oven started to heat up starting 
at room temperature to 350 °C for 10 min with a heating rate of 7 °C/min.  
Critical Point Dryer: Samples were dried at a critical point (1072 Psi, 31 ºC) with 
the Tousimis Autosamdri-815 B, Series C critical point dryer. 
Scanning Electron Microscopy (SEM)/Energy Dispersive X-Ray Analysis 
(SEM/EDX):  FEI Nova 600i Nanolab scanning electron microscope with EDAX 
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energy dispersing spectrometer was used. Samples calcinated or acidic methanol 
washed on silicon wafers were used for analysis. 
Transmission Electron Microscopy  and Scanning Transmission Electron 
Microscopy: TEM and STEM were performed with FEI Tecnai G2 F30. Diluted 
samples were placed on a Lacey mesh ultrathin carbon coated copper grid. Inorganic 
samples were formed on steel meshes by calcination. After calcination, those meshes 
were put in 1 ml ethanol and vigorously sonicated for 5 min, to disperse inorganic 
samples in the ethanol. Then 2 µl of dispersion in ethanol were taken onto TEM grid.  
Atomic Force Microscopy. AFM images of the FSNT sensor surface were 
recorded using model MFP-30 from Asylum Research operated in tapping mode at a 
frequency of 246 kHz. AFM images were taken at 512×512 pixels resolution. Image 
was taken with spring constant 40 N/m and the set point and scanning speed were 
0.7–1.0 V and 1.0–1.5 Hz, respectively. 
UV-Vis Absorption and Fluorescence Spectroscopies. UV-Vis absorption spectra 
were recorded by Varian Carry100 spectrophotometer. Fluorescence spectra were 
recorded by Varian Eclipse spectrophotometer. 
Self-Assembled Template Formation, Silica Mineralization and Silica Nanotube 
Preparation: Silica mineralization was achieved by using tetraethyl orthosilicate 
(TEOS) as a precursor. TEOS (20 µL) was added on to the gel (1 mL) and the 
sample was aged for 1 week. Then, samples were washed with excess amount of 
acidic methanol (10 µL of 1 M HCl per 1 mL methanol). 5 mL acidic methanol was 
added into the silica coated peptide fiber gels and vortexed for 3 min. Later, the 
solutions were centrifuged at 10,000 rpm for 5 min. Supernatant was taken off and 
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fresh acidic methanol was added. This procedure was repeated for 5 times. At the last 
repeat after vortex, the solution was not centrifuged and sample for TEM imaging 
was taken from this solution. 
Fluorescent Silica Nanotube (FSNT) Sensor Surface Preparation: After template 
removal, SNTs were dispersed in 1 mL of ethanol and 20 µg TCPPH2 was added in 
100 µL of ethanol. The solution was incubated 1 day at room temperature. Then, the 
solution was diluted with ethanol (1:50). Finally, 100 µL portions of the diluted 
solution was coated on glass substrates by drop casting and dried in oven at 60 °C. 
The glass substrates were sonicated in ethanol before coating. 
Nonporous Silica Thin Film Preparation: For control experiment, a nonporous 
silica thin film was prepared according to a previous report [187]. In a standard 
procedure, 2.25 mL of TEOS, 2.05 mL of ethanol, 0.1 mg TCPPH2 in 0.2 mL of 
ethanol, 0.2 mL of water, and 5 μL HCl (0.1 M) were mixed and stirred at 60 °C for 
90 min, then 0.4 mL HCl (0.1 M) and 0.35 mL water were added and the solution 
was further stirred for 15 min at room temperature. Finally, the sol was aged at 50 °C 
for 15 min. 3 mL of aged sol diluted  with 3 mL ethanol and coated on glass 
substrates with spin-coating at 2000 rpm. 
Silica Nanoparticle Sensor Surface Preparation: Silica nanoparticles with 
diameters around 60 nm were prepared according to Stöber method [192].  Briefly, 
0.25 ml of water, 10 ml of ethanol and 2.56 ml ammonia solution (26%) were mixed 
with 1.5 ml TEOS in 40 ml ethanol. The resulting solution was stirred at 25 °C for 24 
h. The particles were collected by centrifugation (9000 rpm, 30 min), washed several 
times with water and ethanol and dried in a vacuum oven. 20 mg of particles 
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dispersed in10 ml ethanol and 0.2 mg TCPPH2 was added in 0.2 ml ethanol and 
stirred overnight. The particles were collected by centrifugation (9000 rpm, 30 min) 
and dispersed in 10 mL of ethanol. 0.1 ml of the dye doped silica nanoparticle 
dispersion was diluted with 0.9 ml of ethanol and 75 µL portions of the dispersion 
was drop casted on clean glass substrates. The substrates dried in oven at 40 °C.  
Fluorescence Quenching Experiments: The fluorescence quenching experiments 
were performed similar to the previous reports [180, 182, 183]. Approximately 0.1 g 
of analytes were placed into a 15 mL vial and covered with cotton to prevent direct 
contact of the analyte molecules with the films and to maintain constant analyte 
pressure. For nitrobenzene, toluene and xylene which are liquid at RT, a small 
droplet placed into a vial and covered with cotton. The FSNT surfaces were exposed 
to the analyte vapors for a specified period of time and then fluorescence 
measurements were carried out immediately. Measurements were performed at room 
temperature and it is assumed that the vial atmosphere was saturated with analyte 
vapor [175].  
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4.3.  Results and Discussions 
Scheme 4.1. The formation of peptide nanofibers, nucleation and accumulation of 
inorganic materials around it and obtaining of inorganic nanotube by calcination of 
the organic peptide.  
The designed, synthesized and characterized peptide molecules self-assembled in 
ethanol, through supramolecular interactions such as hydrogen-bonding and π-π 
stacking as explained in Chapter 3. As shown in Scheme 4.1, the obtained peptides 
nanofibers with functional amine groups at periphery of them. The amine groups 
were used as nucleation sides of inorganic ions of tetraethyl orthosilicate (TEOS). 
After the accumulation of silica around the peptide, the organic peptide part of the 
one-dimensional nanostructures were removed by washing (since peptides are 
soluble in water and methanol as described at Chapter 3) or calcination at appropriate 
temperatures. 
Silica mineralization were performed by using tetraethyl orthosilicate (TEOS) as a 
precursor. In general, silica nucleation from TEOS occurs in the presence of catalysts 
[193, 194]. The amine groups of the ALP molecule acted as a base and started 
nucleation of the silica on the nanostructures. Therefore, no other catalyst was 
needed for silica formation. After formation of peptide nanofibers in ethanol, 2 eq.M. 
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of TEOS was mixed along with the peptide nanostructures. The TEOS containing 
peptide nanofiber gel was aged for one week. Later, the samples were dried at room 
temperature and placed in an oven for calcination. The sample was calcined at 350 
ºC for 10 min. The obtained samples were contains bulk silica structures due to 
sintering. 
During formation of the inorganic nanostructures, the nucleation process is an 
important mechanism in shape and size control. We observed that inorganic 
materials grow on the organic template with the help of the chemically active groups. 
When the concentration of the template was high enough, the individual organic 
nanostructures were found to interact and bundle due to the Ostwald ripening 
mechanism. Otwald ripening occurs spontaneously because larger particles are more 
energetically favored than smaller ones [195-197]. During the calcination process, 
inorganic nanostructures were found to fuse because of the high temperature of the 
medium.  Uncontrolled growth and fusion of nanostructures could decrease the 
surface area of the material during calcination  [198, 199]. To overcome the fusing of 
the nanostructures, 3-D networks were protected by critical point drying. The 
nanostructures were isolated from each other before calcination. By this process, the 
space among nanofibers was preserved. A higher yield of individual nanostructures 
was obtained by decreasing the time of calcination and preserving the space among 
nanofibers. 
The silica nanostructures after critical point dryer and calcination were observed by 
TEM (Figure 4.1) and SEM (Figure 4.2). The EDX spectra of the calcined silica 




Figure 4.1. TEM images of the silica nanotubes after calcination. Both scale bars: 20 
nm. 
 
Figure 4.2. SEM images of critical point dried silica nanostructures after calcination 
at 350 ºC scale bars; a) 4 µm, b) 5 µm and c) EDX spectrum of the samples. 
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The exactly same amount of TEOS precursor was also processed without the 
peptide nanofibers as templates to observe the effect of template-directed synthesis. 
According to the SEM images,  no defined structures were observed from these 
template-free silica particles (Figure 4.3). 
 
 
Figure 4.3. Silica structures synthesized without peptide nanofibers as templates. 
 
The organic peptide nanofibers are soluble in acidic water and methanol as 
described at Chapter 3. Since the adsorption of flurescent dye occurs physically at 
liquid phase, calcination procedure was not necessary to performe. The silica coated 
peptide nanofibers were washed with acidic methanol for 5 times. The samples were 
vortexed and centrifuged at 10,000 rpm for 5 min, after addition of methanol. The 
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remained sample was dispersed in acidic methanol. The Meso-tetrakis-p-carboxy-
phenylporphyrin (TCPPH2) dye was added and the dispersion was aged for 1 day for 
physisorption of the dye to the silica network. The STEM images of samples were 
also taken and formation of one-dimensional individual silica nanotubes were 
observed.  Nitrogen signal was not observed in the EDX spectrum of the region seen 
on TEM image (Figure 4.4), which is an evidence of the removal of the peptide 
molecules. The carbon and copper signals were caused by TEM grid. 
 
 
Figure 4.4. a)-b) STEM images and c) EDX spectrum of the silica nanotubes after 




After the observation of formation of silica nanotubes with peptide nanofiber 
templates, Meso-tetrakis-p-carboxy-phenylporphyrin (TCPPH2) dye was used for 
doping silica nanotubes for explosive sensing. The fluorescent silica nanotubes were 
be dispersed in ethanol solution or in water and directly casted on the surfaces to 
form a porous network. Sensor surfaces were prepared by drop casting of fluorescent 
silica nanotubes dispersions on glass substrates (Scheme 4.2). 
 
Scheme 4.2. The peptide nanofibers formed, the nucleation and accumulation of 
inorganic materials around the peptide nanofibers completed, the inorganic 
nanotubes were obtained by washing-off the organic part. After addition of the 
fluorescent sensitizer dye, the silica nanotubes spin coated on a surface for sensor 
development. 
The fluorescent silica nanotube (FSNT) sensor surface was characterized with 
atomic force microscopy (AFM). The AFM image indicates very thin nanostructures 
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(individual nanotubes) and as well as thicker structures which were formed by 
aggregation of nanotubes (bundles) (Figure 4.5).  
 
Figure 4.5. AFM image of the fluorescent silica nanotube sensor surface. 
 
Randomly oriented fluorescent silica nanotubes formed a highly porous network. 
The absorption and emission spectra of fluorescent silica nanotubes on a glass 
surface were showed in Figure 4.6. The identical emission spectra of TCPPH2 in 




Figure 4.6. Absorption (blue) and emission (red) spectra of TCPPH2 in ethanol 
(dashed line) and in silica nanotubes (solid line). 
Figure 4.7 shows the fluorescence quenching of the FSNT sensor against TNT 
exposure on its vapor pressure (10 ppb) at RT. Fluorescence of the sensor was 
quenched 8.7% in 15 s and 29.3% in 10 min after exposure to the TNT vapor. The 
reason of the fluorescence quenching is the photo-induced electron transfer between 
excited TCPPH2 molecules and TNT. When TNT molecule binds to TCPPH2 dye the 
excited electron of dye molecule transferred to the LUMO of the TNT molecule 
rather than relaxation by emitting of light [187]. The FSNT sensor also exhibited a 
significantly high fluorescence quenching efficiency after DNT vapor exposure 
(Figure 4.7b). The quenching efficiency for DNT was found to be 16.5% after 15 s 
and 33.3% after 10 min, which is higher than the quenching values obtained for 
TNT. It is known that the vapor phase fluorescence quenching efficiency of an 
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analyte is mainly determined by its vapor pressure, the exergonicity (-ΔG°) of 
electron transfer between dye and analyte and the binding strength of analyte. The 
binding constant of TNT to electron-rich porphyrin ring is higher than that of DNT 
because of its extra electron-withdrawing nitro group.[200] On the other hand, vapor 
pressure of DNT (180 ppb) is 18 fold higher than the vapor pressure of TNT at room 
temperature. As a result of these two competing factors sensor exhibited a better 
quenching efficiency against DNT exposure. In Figure 4.7b, fluorescence quenching 
of the sensor with nitrobenzene  (NB) is also presented. NB resulted a relatively low 
quenching (7.5%) after 10 min compared to TNT and DNT. Binding constant of 
nitrobenzene to porphyrin ring is expected to be lower than TNT and DNT because it 
contains only one electron withdrawing nitro group so it resulted in a low quenching 
of fluorescence although, it has a comparatively high vapor pressure (~300 ppm) at 




Figure 4.7. (a) Fluorescence quenching of FSNT surface with TNT. (b) Quenching 
efficiencies of the sensor upon exposure to TNT, DNT, and NB with respect to time. 
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The fast response and high quenching efficiency of the sensor can be attributed to 
the high surface area of porous fluorescent silica nanotube network and also high 
affinity of the TCPPH2 to the TNT and DNT. Porous structure provides fast diffusion 
of the analyte molecules, and high surface area enhances analyte dye interaction. In 
order to demonstrate the effect of high porosity on fluorescence quenching, we 
prepared two TCPPH2 doped control surfaces with lower porosities; a dense silica 
thin film and a surface composed of silica nanoparticles. The thickness of the silica 
thin film was determined as 170 nm with an ellipsometer. The silica nanoparticle 
sensor surface was investigated by SEM (Figure 4.8). The diameters of the particles 
were found to be around 60 nm. The particles spread to glass surface without 
aggregation and there were some uncoated parts. The fluorescence quenching 
performances of the control surfaces were tested with TNT (Figure 4.9). Both thin 
film and nanoparticle surfaces exhibited significantly lower fluorescence quenching 
(after 10 min 5.4% and 11.2%, respectively) compared to FSNT surface. The reason 
of the lower sensitivity of these two sensors is probably their lower surface areas. 
Also, it must be noted that nonporous thin film sensor exhibited lower quenching 




Figure 4.8. SEM image of silica nanoparticles on the sensor surface. 
 
Figure 4.9. Quenching efficiencies of FNST, Silica nanoparticle and silica thin film 
sensors upon exposure to TNT with respect to time.  
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The selectivity of the sensor was tested with four other aromatic compounds 
(Nitrobenzene, Toluene, Xylene, Benzoic acid and Dihydroxy benzoic acid)  in 
addition to TNT and DNT, and results are presented in Figure 4.10. None of the 
chemicals quenched the fluorescence of the sensor, significantly even after 10 min of 
exposure showing the high selectivity of the sensor against nitro-explosives (TNT 
and DNT).     
 
Figure 4.10. Quenching efficiencies of 7 analytes tested after 10 minutes exposure. 
The FSNT sensor is found to be very selective to the TNT and DNT. NB 
(nitrobenzene), BA (benzoic acid), Tol (toluene), DBA (dihydroxybenzoic acid), Xyl 
(xylene). 
 
In summary, we studied fluorescence quenching based explosive sensing 
performance of dye doped peptide nanofiber (ALP) templated high aspect ratio silica 
nanotubes. We fabricated silica nanotubes by using a template directed bottom-up 
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synthesis method. The ALP template also catalyzed silica mineralization by the 
amine groups. These high-aspect-ratio inorganic nanostructures have a vast potential 
with their high surface area. Silica nanotubes with high surface area are especially 
interesting for use in catalysis [201, 202].  
To provide explosive sensing property to the silica nanotubes, they were doped 
with a fluorescent dye. The fluorescent nanotube coated surfaces revealed fast 
fluorescence quenching against DNT and TNT due to its porous structure. The high 
selectivity of the FSNT sensor for nitro-explosives was demonstrated by testing the 
sensor with other control aromatic compounds. The ALP templated high aspect ratio 
silica nanotubes present a promising platform with their high surface area for sensing 
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5. Template Directed Synthesis and Characterization of Titania 
Nanotubes and Their Application as Dye-Sensitized Solar Cell  
5.1. Introduction 
Proteins and peptides can assist forward the synthesis of nanostructured inorganic 
materials in an eco-friendly strategy via bio-mineralization process. Nature inspired 
synthetic peptide fiber networks have wide applications including bioactive tissue 
scaffolds [31, 32], carrier agents [33, 34], and template-directed synthesis of 
inorganic materials [36, 203]. Recently, the high mechanical stability of peptide 
nanofiber networks was shown [37, 38]. Self-assembly property of amyloid-like 
peptides (ALPs) can be successfully exploited to obtain one-dimensional 
nanostructures, such as organic nanowires and nanotubes [204, 205] which may find 
applications in electronics [35] and sensors [206]. The synthesis of TiO2 hybrid 
nanowires using amyloid protein fibrils as templates, and their application in hetero-
junction hybrid solar cells was reported elsewhere [207]. 
The improvement of the quality of human life in near future highly depends on 
sustainable green energy sources. Solar energy is the most accessible and the easiest 
to collect sustainable energy source on earth. Dye Sensitized Solar Cells (DSSCs) are 
a promising and an inexpensive alternative to silicon based solar cells. Although 
there are many semiconductor materials available for DSSC construction, TiO2 is 
one of the most commonly used alternative because of its advantages such as being 
abundant, bio-compatible, environmentally friendly and inexpensive. TiO2 
nanostructures have many application areas such as gas sensors, lithium ion batteries, 
photo-catalysts and solar cells [208]. 
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DSSCs have different components for light harvesting, electron transport and hole 
transport, which make them easier to study with each material to optimize the overall 
performance [209]. Since electrons and holes are transported in different media, 
separate optimization in each interface can be done. To achieve better efficiency 
from DSSCs, studies on the morphology of the TiO2 semiconductor is significantly 
important. There are several parameters that should be possessed by TiO2 component 
of DSSCs, such as pure anatase phase, optimum surface area for better dye 
absorption and hole conduction, pore volume and pore diameter, and well-connected 
network of individual nanostructures [210].  Due to high-surface-area supporting the 
dye molecules and electron-transport properties of the titania nanoparticles, they 
serve as one of the most common semiconductor electrode for DSSCs [211].  
Application of TiO2 nanoparticles in DSSCs limits the power conversion efficiency 
by electron trapping in the nanoparticle film. The incident photon promotes electron 
injection from sensitizer dye to metal oxide, on which dye is chemisorbed as a 
monolayer, and then excited electron is transferred through metal oxide to supporting 
transparent conductive glass by trap-limited diffusion (random walk). The metal 
oxide is in contact with redox electrolyte (I3-/I-), which is necessary for regeneration 
of the oxidized dye on the photoanode surface. The redox system is reduced at 
platinized cathode, thus completing regenerative cycle. 
During the operation, photoexcited electrons from dye should be injected and 
transported through the TiO2 semiconductor electrode. But, at the same time, these 
photoexcited electrons can be captured by the electrolyte through the direct contact 
between electrolyte and the areas of TiO2 which is not covered by dye via the 
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recombination of redox ions. The time scale for injection and transport of the 
electron by TiO2 is comparable with the time scale of the recombination by the 
electrolyte [212]. The competition between these time scales determines the photon-
to-current conversion efficiency of the DSSC. One of the major problem of DSSCs is 
this loss of electron at the TiO2/electrolyte interface [213].  
On the other hand, the transport of charge carries through the titania tubes is more 
facile because of its inherent nature to produce lower diffusion resistance [214]. One-
dimensional nanostructures such as nanowire [215], nanorods [216]  are able to 
transport electrons before the recombination process take place, which is necessary 
for high cell efficiency [217]. Highly ordered architectures offer longer electron 
diffusion paths and shorter electron transport time constants than randomly oriented 
titania nanoparticle films [218]. In fact, wire-like architecture acts as a “box” that 
delimits medium through which electron travels. If this “box” is smaller than the 
mean free path of the electron we may expect enhancement in electron mobility [36].  
  The peptidic assemblies can be effectively used as soft templates in the synthesis 
of inorganic and organic-inorganic hybrid nanostructures [219]. Bottom up approach, 
realized through mineralization process of self-assembled templates, leads to high-
surface area hybrid nanofiber network. Calcination of hybrid material network on the 
surface of FTO glass yields in functional electrode with nanostructured anatase 
titania layer. Staining of obtained layer with N719 photosensitizer dye enhance it 
with photoactivity. Photoactivity and overall performance of fully functional devices 




Here we demonstrated the peptide-templated synthesis of TiO2 nanotubes. The 
synthesized nanotubes with their high surface area and abundant mesopores 
demonstrated high dye-loading and yield. 
5.2. Experimental 
Materials: The peptides are designed and synthesized as reported previously in 
Chapter 3. Fmoc and Boc protected amino acids, MBHA Rink Amide resin, and 
HBTU were purchased from NovaBiochem and ABCR. The other chemicals were 
purchased from Fisher, Merck, Alfa Aesar or Aldrich and used as received. 3-mm 
thick fluorine doped tin oxide (FTO) glass (sheet resisivity of 8 Ω/sq), 
photosensitizer dye Ruthenizer 535-Bis TBA (N719), Iodolyte AN 50 electrolyte and 
Meltonix 1170-60 thermoplastic were purchased from Solaronix.  
Characterization Methods: Small amounts of samples (ca. 5 µL) were cast on 
clean silicon wafer. Some of the samples were dried with a critical point dryer prior 
to analysis to take the image of 3D network structure. Samples were dried at a 
critical point (1072 Psi, 31 ºC) with the Tousimis Autosamdri-815 B, Series C 
critical point dryer. Photovoltaic current-voltage (J-V) measurements of the cells 
were taken from the active area of 0.25 cm2 (0.5cmx0.5cm). Cells were scanned 
between (-1, 1 V) and (-100 and 100 mA). A NEWPORT full spectrum solar 
simulator with Air Mass (AM) 1.5 filter from Oriel was used as a light source in J-V 
measurements. Simulator was operated at the following parameters: 1.5 AM, 100 
W/cm2 and 25°C. Transmittance of the cells measured by Cary 5000 UV-Vis-NIR 
spectrophotometer. Reflectance measurements were done by Diffuse Reflectance 
Sphere (DRA 2500) mounted on Cary 5000 spectrophotometer. 
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Preparation of nanostructured TiO2  paste: 1 wt% peptide gels were prepared (5 
mg peptide in 500μL ethanol) and aged overnight. Later gels were diluted by 
additional 500 μl of ethanol and 5 molar equivalents of titanium (IV) isopropoxide 
[Ti(i-Pro)4] (Alfa-Aesar) was added as a titanium precursor to the self-assembled 
peptide nanofibers in ethanol. The samples were incubated for 24 hours at room 
temperature. Mineralized gels were washed with methanol centrifugated several 
times. Obtained titania nanostructures were dispersed in 500 µl ethanol and to this 
mixture 250 µl α-terpineol (Alfa Aesar) and 500 µl ethyl cellulose solution (Alfa 
Aesar, 10% in ethanol) was added. The final mixture was used as the nanostructured 
TiO2 paste. 
Solar cell preparation and characterization:  Since our paste is more diluted and 
less viscous, we applied our TiO2 nanotubes on surfaces by drop casting. All TiO2 -
applied FTO glasses were heated to 450⁰C for 2 hours for twining into the anatase 
form, semiconductor phase.  After heating in the oven, the FTO glasses were sinked 
into 0.03 mM Ruthenizer 535-Bis TBA (N719) (Solaronix) dye for 24 hours. The 
counter-electrode was prepared by sputtering 25 nm Pt onto glass surface.  Iodolyte 
AN 50 (Solaronix) was used as an electrolyte and was injected between electrodes of 
the solar cells. 
BET analysis: Template-free synthesized TiO2 particles and TiO2  nanotubes were 
calcinated in alumina crucible in oven at 450⁰C, separately. Autosorb iQ Station 
1Autosorb iQ was used for BET analysis. Surface Area and Porosity of the samples 
were determined.  
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Inductively coupled plasma- mass spectrometry (ICP-MS) analysis: 
ThermoFisher PlasmaLab ICP-MS was used for the analysis. All DSSCs were 
disassembled after photovoltaic measurements. 50 µl of HF (48%, Sigma Aldrich) 
was dropped on the titania film on FTO surface of each sample and kept for 10 min 
in polyethylene dishes. The solution was diluted 4 orders of magnitude for ICP-MS 
analysis. 
Dye adsorption: The amount of the dye adsorbed on the solar cells was measured 
by Cary 100 UV spectrometer. For desorption of dye from TiO2 paste,1:1 
ethanol:0.1M NaOH solution was prepared [220-222]. Each cell was immersed in 3 
ml  1:1 ethanol:0.1M NaOH solution for 1 hour for desorption of dye. 6 standarts of  
N719 dye was prepared in this solution as; 0.01, 0.05, 0.1, 0.5, 1 and 5 µM in 3 ml, 
respectively.  The spectrum of 5 µM N719 dye in this solution has a significant 
absorption peak at 515 nm. The calibration curve of the standarts was calculated by 





5.3. Results and Discusions 
 
Scheme 5.1. Schematic illustration of self-assembly and mineralization of peptide 
nanofibers and formation of hollow nanotubes. 
Amyloid-like peptides are a class of macromolecules that have inherent property of 
self-organization; this feature is realized through supramolecular assembly of 
individual peptide molecules into one-dimensional fibrillar structures. These 
engineered titania nanotubes were obtained through bottom up approach, where self-
assembled peptide nanofibers (Scheme 5.1) were used as template for mineralization. 
Lysine residues in the sequence of the peptide  took the role of nucleation and 
successive growth centers. Peptide self-assembly and mineralization both take place 
in solution, thus making this approach appealing from the technical point of view. To 
see the 3-D network of the mineralized peptide nanofibers, the sample was dried in 
Critical Point Dryer. After the drying procedure, the sample was directly taken to the 
oven for calcination at 450⁰C for transformation of titania into semiconductor 
anatase phase and elimination of organic peptide part. Thus, semiconductor titania 




Figure 5.1. 3D network of titania nanotubes after Critical Point Dryer and calcination 
 
Figure 5.2. TEM images of critical point dried titania nanotubes after calcination at 
450⁰C. 
Exploiting soft fibrillar templates in nanofabrication processes makes synthesis of 
high-aspect ratio materials with high surface area possible [36]. In our case, we 
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obtained highly porous network of one-dimensional nanostructures (Figure 5.1). Due 
to geometry of the template-directed TiO2, fast and directional charge transfer to the 
surface of the conducting oxide layer becomes possible (Scheme 5.2). This charge 
transfer enhancement should substantially decrease conduction losses in the 
electrode. Moreover, nanostructured titania with its high surface area provides 
increased interaction between TiO2 and sensitizer. Three sets of the solar cells, which 









Template-free titania was used as a control for template effect achieved by means 
of peptide nanofibers. Template-free titania particles were synthesized exactly under 
the same conditions but with peptide template missing (Figure 5.3). The titania 
nanotubes and particles mixed with α-terpineol and ethyl cellulose solution 
separately to form paste. This paste was applied on the surface of FTO glass and 
calcinated on FTO. This calcination procedure led to a phase transformation and also 
discarded impurities and moisture on FTO surface which could affect the overall 
efficiency of the DSSC.  
 
Figure 5.3. a) TEM and b) SEM images of calcined TiO2 particles without the ALP 
template. 
To obtain the one-dimensional TiO2 at anatase phase, the semiconductor phase of 
titania necessary for DSSC construction, the nanostructures were annealed at 450 °C. 
This thermal material processing leads to anatase phase formation as shown in XRD 
spectra (Figure 5.4), and at the same time to organic template removal [223, 224].  In 
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XRD spectra, the shoulder at around 30 degree comes from rutile phase of TiO2. It 
was previously demonstrated that the phase transformation of TiO2 particles with the 
range of 15-40 nm (the diameter of the nanotubes we obtained are in this range) 
starts from the interfaces of the contacting anatase grains and the phase transformtion 
at the outer region is not as the same step as that in the inner region [225]. Another 
study of the same group showed that the rutile nucleates at interfaces of the 
contacting anatase grains (<60 nm) [226]. These studies explain the observation of 
small rutile peak at XRD spectra. Since the TiO2 nanotubes are aroun 20-30 nm in 
diameter, the rutile phase transformaiton could be occur at teh contacting and outer 
regions of the nanotubes. 
We have previously demonstrated complete thermal decomposition of peptide 
occurring at 350 °C in Chapter 3 [179]. Thus, 450 °C was sufficient for calcination 
of peptide organic template and phase transformation of titania. Calcination process 
takes place directly on FTO glass, which allows for minimization of solar cell 
assembly steps (Figure 5.5). Stained with sensitizer (N719) (Figure 5.10), peptide-
templated materials were probed in Gratzel-type solar cell experiments. Fully 
functional solar cell devices had straightforward design: nanostructured titania was 
sandwiched between two electrodes with addition of liquid iodine/iodide electrolyte 




Figure 5.4. XRD spectrum of titania nanotubes after calcination 
 
Figure 5.5. XRD spectra of template-free TiO2 (blue), peptide templated TiO2 




Figure 5.6. A prototype of the constructed DSSC. 
The morphology of the titania nanotube film on FTO surface was analyzed with 
SEM imaging after calcination of titania. The one-dimensional titania nanostructures 
were observable. To ensure material composition of anodic titania, surfaces were 
analyzed by energy dispersive X-ray spectroscopy; Ti and O peaks were observed in 




Figure 5.7. Titania nanotubes on surface after calcination and EDX spectrum of the 
surface. 
The amount of titania on the FTO surface is an important parameter which affects 
the overall efficiency of the DSSC. The total TiO2 amount on the surfaces differed 
slightly for solar cells within the sets and more significantly between the sets. 
Accurate measurements of the titania amounts were achieved by inductively coupled 
plasma – mass spectrometry (ICP-MS). After the cell efficiency measurements, the 
cells were disassembled and the titania on FTO was digested in hydrofluoric acid 
(HF). The amount of titania in HF solutions were analyzed by ICP-MS in all sets and 
compared. The amount of template-free titania particles was found about 2 times 
more than titania and nanotubes synthesized by peptide nanofiber templates. It could 
be due to the three-dimensional structure of bulk titania nanotubes (Figure 5.1) which 
inhibit the sintering and aggregation of titania during the calcination process. On the 
other hand, since template-free titania particles have no particular shape and size 
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(Figure 5.3), they re-assemble on the surface during the calcination to form denser 
aggregations. Thus, after the calcination, the amount of adhered titania is higher for 
template-free particles. 
The specific surface area of the titania structures have been characterized using 
nitrogen gas sorption method, which relies on Brunauer-Emmett-Teller [125] theory. 
The specific surface area (SSA) is a property of solids which is the total surface area 
of a material per unit of mass. The measurements showed that the specific surface 
area of nanotube network was more than 5 times greater than that of template-free 
unstructured titania particles (Figure 5.8 and Figure 5.9). The SSA of template free 
titania particles found 27.010 m2/g (Figure 5.8) and 150.628 m2/g for titania 
nanotubes after calcination. The adsorption and desorption graphics of the samples 
are taken with multi points. For BET analysis, the points that taken to calculation 
should be as linear as possible. The 6 points taken to calculation of  BET analysis 




Figure 5.8. a) The isothermal histogram and, b) MultiPoint BET analysis based on 




Figure 5.9. a) The isothermal histogram and, b) Multi-Point BET analysis based on 
the histogram of peptide nanofibers templated TiO2  nanotube network. 
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The porosity and surface area of titania component should be optimized for DSSCs. 
The pore size should be large enough to allow the easy diffusion of electrolyte, while 
avoiding the recombination of redox in the electrolyte [227]. For this purpose, one-
dimensional nanostructures offer the best morphology. Since N719 dye molecules 
are not likely to aggregate under ordinary conditions, the dye should have been 
adsorbed as monolayer (Figure 5.10) [228, 229]; therefore, increasing the surface 
area will cause increase in the efficiency of the solar cell. The amount of adsorbed 
dye is expected to be greater for nanotubes  compared to template-free titania.  
For the desoption of dye fro titania, 1:1 ethanol:0.1M NaOH solution [220-222] 
was prepared. The spectrum of 5 µM N719 dye in this solution has a significant 
absorption peak at 515 nm (Figure 5.11). For drawing the calibration curve, 6 
standarts of  N719 dye was prepared in this solution as; 0.01, 0.05, 0.1, 0.5, 1 and 5 
µM in 3 mL, respectively (Figure 5.12).  The calibration curve of the standarts was 
calculated by taking the intensity of absorption at 515 nm and R² = 0,99. To calculate 
the adsorbed dye on titania surfaces, the cells sinked into 3 ml  of 1:1 ethanol:0.1M 




Figure 5.10. The chemical structure of N 719 dye. 
 




Figure 5.12. Linear concentration calibration curve of N719. 
 
Indeed, according to the measurements, the average amounts of adsorbed dye were 
found as 3 times more for nanotubes compared to template-free particles, as expected 
and compatible with the surface area measurements (Table 5.1).  
Dye amount adsorbed by material accounts for current density and also effects the 
device performance [230]. The porous morphology of the titania nanotubes 
synthesized by peptide molecule as template, provides more surface area for 
adsorption of dye. Furthermore, one-dimensional hollow structure is enhancing the 
direct and fast transportation of electron through semiconductor to the electrode 
before recombination. The efficiencies of the DSSCs were analyzed by solar 
simulator. Expectedly, devices with nanostructured materials exhibited significantly 
greater performance (Figure 5.13). Surprisingly, differed from each other, devices 
based on nanotubese had comparably greater efficiency. Observed difference in 
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performance was attributed to the radial distribution of TiO2 in templated one-
dimensional nanostructures. The J-V characteristics of the photovoltaic devices 
prepared using the active layers discussed above, are shown in Figure 5.13.  
To evaluate the performance of a solar cell, “fill factor” is a key parameter. It is the 
ratio of the actual maximum obtainable power to the product of the open circuit 
voltage and short circuit current. Although fill factor values of titania particles and 
nanotubes were comparable, open circuit voltage values for templated materials were 
around 760 mV, while template-free material did not exceed 630 mV. This clearly 
demonstrates the crucial role of the peptide-templated materials in enhancing overall 
efficiency of the device performance. 
 
Figure 5.13. Representative J-V spectra of devices based on template-free, peptide 
templated nanotube materials.   
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As discussed above, the efficiency of the DSSC directly depends on the amount of 
electrodic titania and dye adsorbed on it. Thus, the measurements of all the 
parameters were crucial for more adequate comparison of efficiencies DSSC 
constructed from different titania structures. By taking all the parameters into 
account, the efficiency of titania nanotubes was significantly higher than all other 
structures (Figure 5.13 and Table 5.1). The difference in photonic efficiency of one-
dimensional nanostructure was because of their better conductivity properties. 
 














Nanotubes 1.92 760 0.57 0.83 150.63 0.066 
Template-
free 0.61 630 0.56 0.34 27.01 0.022 
Table 5.1. Efficiencies and other parameters of representative DSSCs from titania 
nanotubes and particles. 
Dye-sensitized solar cells are an interesting field in which the titania nanostructures 
may enhance the efficiency of the energy conversion by increasing surface area 
[231]. Mimicking the natural biomineralization process by means of this kind of 
simple and controllable self-assembling molecules can be an interesting way to 
produce bulk amounts of inorganic nanostructures for various industrial and 
technological applications. 
The explained inexpensive and “green” synthesis method of one-dimensional TiO2 
nanostructures for dye sensitized solar cells by using peptide nanofibers, can offer an 
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attractive and promising way for the rising field of sustainable energy. Also, the 










Chapter 6  
Template Directed Synthesis and 
Characterization One-Dimensional Au 
Nanocomposites and Their 
Conductivity Properties 
 
This work is partially described in the following publication: 
Acar, H., R. Genc, M. Urel, T.S. Erkal, A. Dana, and M.O. Guler, "Self-Assembled 
Peptide Nanofiber Templated One-Dimensional Gold Nanostructures Exhibiting 
Resistive Switching", Langmuir, 2012. 
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6. Template Directed Synthesis and Characterization One-
Dimensional Au Nanocomposites and Their Conductivity Properties 
6.1. Introduction 
Recent developments in controlled assembly of inorganic nanoparticles into 
functional macro-structures with tunable properties provided promising results in 
diverse applications [232]. One of the simple and cost effective methods for shape 
and size controlled assembly of nanoparticles is template directed synthesis [25]. In 
this approach, deposition of the inorganic material on the template can be obtained 
either by molecular cross-linking or use of complementary interactions, such as 
electrostatic interactions. Hence, control over the shape and the size of the 
nanostructures can be achieved by geometry and surface properties of the template 
material [233, 234]. Patterns can be made up of wide variety of materials including 
solid inorganic materials (e.g. gold and silver) or biological materials (e.g. DNA, 
viruses and polymers) [235]. Recently, there is an increased amount of reports on 
incisively designed template materials using biomimetic approaches. Amyloid like 
peptide (ALP) nanostructures also provide different opportunities for controlled 
aggregation of metal nanoparticles into one-dimensional nanostructures due to their 
exciting physical, mechanical, and chemical properties [25, 236]. ALP 
nanostructures can be specifically designed to have chemically active groups offering 
metal binding sides on their external surface. Schebeil et al. studied layer by layer 
electro deposition of gold and silver on ALP nanofibers  and obtained conductive 
peptide-nanoparticle hybrids comparable with solid metal wire [8].  
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The design, synthesis and characterization of the peptide used here as a template 
was described in Chapter 3. The anionic gold complex affinity on free amine groups 
is a well-known strategy [237]. We used this strategy for formation of nucleation of 
inorganic ions on peptide nanofiber templates. 
 
 
Scheme 6.1. Schematic presentation of gold nanostructure formation using peptide 
nanofibers as template.  
In this work, nanofibers of amyloid like peptides were used as a template.A multi-
step seeding mediated growth method was adapted for template directed 
nanostructure synthesis where the nanocomposites have a potential use in electronic 
device development as conductive materials [238]. Several parameters such as pre-
seeding time periods,the crystallization after the addition of reducing agent, presence 
of a reducing agent and its concentration and peptide concentration, were studied to 
understand their effect on the structural properties of one-dimensional gold 
nanostructures and continuity of the template role of the peptide nanofibers. Particle 
assembly on the ALP nanofibers was obtained by reduction of ionic gold via ascorbic 
acid. Structural properties of the peptide nanofibers and assembled one-dimensional 
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gold nanoparticles were characterized. In addition, conductivity of gold-peptide 
nanofiber hybrid was tested for potential electronic applications.  
6.2. Experimental Section 
Peptide synthesis and characterization described in Chapter 3. 
Preparation of gold nanocomposites in ethanol: 6.65x10-6 mol peptide was mixed 
in 500 µL of ethanol and sonicated for 5 min at 35 °C for formation of clear self-
supporting gel. Gold ion solution in ethanol was added immediately after gel 
preparation. 6.65x10-6 mol KAuCl4 (Alfa Aesar) was dissolved in 50 µL of ethanol 
and the gel mixed gently with a pipette tip. Samples left on the bench at room 
temperature. Then 6.65x10-6 mol L-(+)-ascorbic acid (Alfa Aesar) was dissolved in 
10 µL of water. The solution at pH 2 was added directly into the gold seeded gel. 
Preparation of one-dimensional gold nanocomposites via a multi-step seed 
mediated growth methodology: Multi-step seed mediated growth methodology [239] 
was adapted for amyloid like peptide nanofibers which were used as template. First, 
6.65x10-6 mol peptide was dissolved in 500 µL ethanol (13.3 mM) and sonicated for 
5 min at 35 °C for formation of self-supporting gel. Nuclei formation was carried out 
by adding 1.33x10-6 mol KAuCl4 (Alfa Aesar) dissolved in 10 µL of ethanol (one 
fifth of the total amount of gold) into the gel immediately after preparation and 
mixed gently with a pipette tip. To change the pH of the ascorbic acid solution, 1 M 
NaOH was used to obtain reducing agent solution at neutral pH, and alkaline pH, 
0.02 mM and 0.06 mM of NaOH was added, respectively. 10 μL of the ascorbic acid 
solution in water was added into 1 mL of pre-seeded gels. Solutions were aged at 
room temperature and samples were diluted to targeted peptide concentration by 
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using 1.33x10-6 mol KAuCl4.  Later, 10 μL of ascorbic acid solution was added into 
the sample following a gentle mix with pipette tip. The solution was incubated for 30 
min. The seeding and reducing cycle was repeated until the desired peptide 
concentration. Dilution factor was kept at 10% until reaching the peptide 
concentration of 8.86 mM. Lower peptide concentrations were obtained with 
sequential dilutions of pre-seeded peptide gel by 50% with fresh solutions of KAuCl4 
until reaching the peptide concentration of 0.4 mM. Samples after each cycle was 
aged for overnight and used for further characterizations.  
UV-Vis Absorbance: UV-Vis absorbance measurements were performed on a 
Varian Cary 5000 UV-Vis-NIR spectrophotometer. 1 mm quartz cuvettes were used 
for spectrophotometer analysis. Spectrophotometric analysis of gold nanoparticle 
formation on the pre-seeded peptide nanofibers with gold precursor (KAuCl4, 13.3 
mM) reduced by changing amount of ascorbic acid an incubation time is shown in 
Figure 2.  
Scanning Electron Microscopy (E-SEM): SEM experiments were performed with 
FEI Quanta 200 FEG. 10 µL of the sample was dropped onto clean silicon wafer. 
Coating of the samples was not performed. 
Transmission Electron Microscopy and Scanning Transmission Electron 
Microscopy: FEI Tecnai G2 F30 instrument was used for TEM analysis. Diluted 
samples were placed on a Lacey mesh ultrathin carbon coated copper grid. 2% (w/v) 
uranyl acetate solution was used for staining bare peptide nanofibers. 10 µL of 
diluted sample solution was dropped on a grid for 1 min. Excess amount was 
removed by pipetting. Then, 2% uranyl acetate solution was placed on a parafilm 
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sheet. The grid was put on the drop upside down for 5 min. After staining, the grids 
were dried in the fume hood at room temperature overnight. No staining was 
performed for gold nanoparticle coated peptides. Gold nanoparticles formed on the 
surface of peptide nanofibers prepared with 13.3 mM peptide and equivalent amount 
of KAuCl4 in ethanol, imaged after 1 week of incubation at room temperature 
(Figure 1).  
Atomic Force Microscopy (AFM): Atomic force microscopy experiments were 
carried out using a commercial system, Asylum Molecular Force Probe 3D 
(MFP3D). Multifrequency Kelvin Probe Force Microscopy was used for measuring 
the surface potential and capacitance. A low frequency (fe= 27.5 KHz) sinusoidal 
bias was applied to the tip during tapping mode imaging, and both harmonics (at low 
frequency (fe= 27.5 KHz) corresponding to surface potential and 2fe corresponding 
to tip-sample capacitance) were recorded. Topography was also recorded 
simultaneously. A DC bias was also applied to the tip superimposed with the 
sinusoidal bias. The time harmonics of the electrostatic force were measured by 
Standford Research Systems SR830 and SR844 lock-in amplifiers. The samples were 
scanned at a rate between 0.15-0.5 Hz. Commercial  Cr/Pt coated cantilevers were 
used, with resonance frequencies about 70 kHz and spring constants of 2-4 N/m. 
Tapping drive frequencies were selected to favor repulsive mode imaging. Biases to 
the contacts on the surface were applied by using Keithley 2400. 
Preparation of contacts for AFM and probe station electrical measurements: A 
p-Si <100> 4-inches wafer was coated with 1 µm thick SiNx as an isolation 
dielectric layer. Contacts with different gap lengths between 2 – 50 µm were formed 
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by photolithography and subsequent metallization (sputtering of 35 nm of Au/Pd). 
The peptide and gold nanocomposites were drop-casted on to the substrates after 
dilution. 
6.3. Results and Discussion 
Affinity of the anionic gold to form complex with free amine groups is a well-
known strategy [237]. Herein, an amyloid like peptide was designed to form 
nanofibers of microns in length with amine groups on their exterior surface (Scheme 
6.1). The amine groups located on the periphery of the peptide nanofibers can bind to 
AuCl4−/AuCl2− ions by electrostatic interactions [240, 241]. The electrostatic 
interactions between AuCl4−/AuCl2− ions and protonated  amine groups (since the 
reactions occur in pH 2) cause gold adsorption on the outer surface of the peptide 
nanofibers [242]. Moreover, the ALP nanofibers formed self-supporting gels in 
ethanol (Figure 6.1), which is a well-known slow reducing agent for gold [243, 244].   
The structural properties and corresponding surface plasmon resonance [212] 
characteristics of the nanostructures were examined by TEM imaging and UV 
spectrophotometer to determine appropriate ratio of the peptide and KAuCl4. After 
one week of incubation at room temperature, particle formation around the peptide 
nanofibers were observed. However, using higher molar ratios of KAuCl4 and 
peptide (2 and 3 molar ratios) led to a dramatic increase in the number of free 
randomly distributed gold nanoparticles (Figure 6.1b, Figure 6.2). Nanoparticles 
formed at the external surface of the peptide nanofibers did not show characteristic 
plasmon peak at 550 nm (Figure 6.3); however, strong peak at 320 nm was observed 
due to ionic AuCl4- in solution [245].  Absence of size dependent localized plasmon 
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resonance effect might be because of the small particle size below the critical value 
or hindrance of SPR feature as a result of the closer gap between the particles located 
through the peptide nanofibers [246]. 
 
Figure 6.1.  Representative TEM images of a) peptide nanofibers stained with 
uranyl acetate and b) gold nanoparticles formed on the surface of peptide nanofibers. 
 
Figure 6.2. TEM images of gold nanoparticle formation on the peptide nanofibers 




Figure 6.3. Absorbance of the gold nanoparticles coated peptide nanofibers 
(KAuCl4/peptide ratio is 1 molar ratio). 
 
Although, nanoparticle alignment around the peptide fibers were observed in the 
samples prepared using ethanol, full arrangement of nanoparticles in one-dimension 
was not seen because of low reduction capacity of ethanol. Thus, ascorbic acid, 
which is a well-known reducing agent in preparation of one-dimensional gold 
nanostructures by facilitating the coordination of metal precursor at post-seeding 
stages was used as a reducing agent [247-249].  Ascorbic acid reduction potential  
was tested using different approaches: i) direct addition of ascorbic acid into gold 
precursor and ii) addition of ascorbic acid into peptide nanofibers system, which 
were pre-seeded overnight with gold salt. In the first approach, neither a color change 
nor nanoparticle formation was observed whereas micron-sized randomly distributed 




Figure 6.4.  SEM images of a) micron sized gold aggregates formed in the absence of 
peptide after 2 days, and nanowire formation in the presence of peptide (13.3 mM) 
captured over time, b) 10 min, c) 30 min; d) 1 h, e) 1 day, f) 2 days after the addition 
of equal molar of ascorbic acid to pre-seeded peptide solution with gold ions in 1:1 
molar ratio. 
 On the other hand, a change in a couple of minutes from yellowish to transparent 
color and later to dark brown was observed when ascorbic acid was added to pre-
seeded peptide nanofiber solution. Reaction kinetics of ascorbic acid as a reducing 
agent was analyzed by UV-Vis absorbance spectrophotometry and electron 
microscopy techniques Consumption of gold ions can be tracked by change in 
characteristic peak at 320 nm and it was monitored by changing ascorbic acid 
concentrations over a time period. At increased ascorbic acid and constant KAuCl4 
concentrations, the peak at 320 nm showed fast decrease until one to one molar ratio 
of ascorbic acid to gold (Figure 6.5). The same samples were analyzed by SEM and 
we observed that the number of free particles was increased with ascorbic acid 
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concentration increase. The UV spectrum of the same sample showed a broad peak 
with a maximum around 550 nm (Figure 6.5a). As shown in the inset of Figure 6.5a, 
peak maxima at 320 nm and 550 nm have inverse relation. To obtain maximum 
conversion of Au3+ to Au0 and minimize the formation of unbound nanoparticles, 
ascorbic acid concentration was determined by the data point where two lines 
intercept, revealing one to one molar ratio of ascorbic acid to gold. This ratio was 




Figure 6.5. (a) Spectrophotometric analysis of gold nanoparticle formation on the 
peptide nanofibers at changing concentration of ascorbic acid at 60 min of incubation 
(Inset shows change in absorbance at 320 and 550 nm depending on the ascorbic acid 
concentration). (b) As time passes the absorption at 320 nm decreases while 550 nm 
increases at 13.3 mM ascorbic acid concentration (Inset shows relationship between 
peak maxima at 320 and 550 nm). (c) SEM image of gold nanoparticles formed on 




Once the optimum ascorbic acid concentration was determined, time dependence of 
the particle assembly on peptide fibers were analyzed by adding ascorbic acid 
solution (13.3 mM) into pre-seeded peptide nanofibers with KAuCl4 (13.3 mM), and 
the sample was monitored for over a week. After 30 min of incubation, the peak at 
320 nm decreased 5 fold and no further change was observed (Figure 6.5b). On the 
other hand, the peak at 550 nm started to dominate after 30 min  pointing formation 
of gold nanoparticles (Figure 6.5b, inset) in the surrounding medium which was also 
observed in SEM imaging (Figure 6.4). To figure out the optimum incubation time, 
the lowest value possible for both peak maxima at 320 nm and 550 nm was taken. 
The high-aspect-ratio gold nanostructures (Figure 6.5c) were obtained at this lowest 
point with less amount of unbound nanoparticles compared to the ones synthesized 
by incubation for longer time period (Figure 6.4). Therefore, we concluded that the 
optimum time for ascorbic acid to reduce the gold residues on the template surface 
with the formation of less amount of free nanoparticles is 30 min. 
After optimization of the initial conditions, a multi-step seed mediated growth 
method, inspired from Jana et al.[250], was modified in order to obtain nanowires 
with higher organization by tuning the number of available amine groups and gel 
porosity which is correlated with the peptide concentration [251]. Mass transfer of 
the reactants was affected by the porosity of the peptide nanofiber gel: At higher 
peptide concentrations, there were more peptide nanofibers in the medium, and dense 
network of peptide nanofibers resulted in less porosity. Therefore, slower diffusion 
of the molecules was expected in the denser network preventing uniform distribution 
of reagents (Scheme 6.2) [252, 253].  Decreasing the peptide concentration to some 
extent can lead to decrease in the amount of peptide nanofibers in the medium. The 
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increased porosity eventually facilitated the macromolecular mobility resulting in a 
more uniform distribution of reaction species in the medium and minimization of  
random gold reduction. In order to see the consequences of this fact on the final 
nanostructure, gold nanowire formation through 5 consequent steps, corresponds to 
decreasing peptide concentration from 11.9 to 0.4 mM, was monitored by 
transmission electron microscopy (Figure 6.6 and Figure 6.7). 
 




Figure 6.6. TEM image of 1-2 nm nanoparticles after the addition of first portion of 
the gold precursor. The AuCl4−/AuCl2− ions bind to protonated amine groups and 







Figure 6.7. Morphological characterization of the gold nanostructures formed on the 
changing concentrations of the peptide nanofiber template by STEM, and 
comparison of the effect of the reducing agent behavior at increased NaOH 
concentrations (0-0.06 mM). All scale bars are 200 nm. 
 After the addition of first portion of the gold precursor, the AuCl4−/AuCl2− ions  
started to bind on protonated amine groups with the help of first ascorbic acid 
addition, hence gold seeds (about 1-2 nm nanoparticles) were observed (Figure 6.6). 
Afterwards, peptide concentration decrease from 11.9 to 8.9 mM (Figure 6.7), 
resulted a transition from nodule like nanowires to nanowires of compact 
arrangement of nanoparticles due to particle merging on the seeds formed in the 
previous stage.  
In Figure 6.8a, gold nanowires were clearly observed in samples prepared by 6.6 
mM peptide concentration where the packing of nanoparticles at around 3.50±0.71 
nm is prominent. XRD pattern of these nanowires revealed a strong signal at 38°, 
which corresponds to (111) plane of Au crystal (Figure 6.8b) and indicated that the 
(111) plane was dominated and parallel to the support surface [254]. This result was 
consistent with STEM images (Figure 6.8a and Figure 6.7). Calculated intensity of 
(200)/(111) value of 0.165 was lower than that of the characteristic value of 
nanowires (0.249), which was defined at the standard file JCPDS [254]. No apparent 
surface plasmon peak was observed. However, a broad UV-Vis absorbance peak 
(Figure 6.8c) was seen between 500-700 nm.  Similar broad signal for nanowires 
composed of nanoparticles arranged on a template was reported previously [255]. 
The nanofibers were coated with small diameter of gold nanoparticles and the 
electromagnetic properties of such closely separated nanoparticle arrays significantly 
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differed from those of monolithic gold nanorods due to presence of gaps between the 
nanoparticles. The Au nanoparticles were observed to have diameters below 15 nm 
and it is well established both theoretically and experimentally that Au nanoparticles 
and rods begin to exhibit SPR peaks when the characteristic size exceeds c.a. 30 nm. 
Therefore, it is reasonable not to expect transverse resonances due to few nm of Au 
nanoparticles configured around a typical fiber diameter of less than 10 nm. The 
longitudinal resonances were also absent due to the lack of continuous gold layer as 
well as the infinite nanofiber length, which would be necessary to observe well 
defined resonances even in the presence of a continous gold film. The results were 
consistent with the TEM images showing densely packed gold nanoparticle 
alignment on the ALP nanofiber surface [256, 257].  On the other hand, at peptide 
concentration below 6.6 mM, template effect was disturbed and nanoparticle 
agglomeration was observed (Figure 6.7). XRD patterns became too weak to 
calculate in this sample. As predicted, the modified multi-step seed mediated 
methodology favored controlled formation of high-aspect-ratio one-dimensional gold 
nanostructures composed of smaller gold nanoparticles with higher degree of 
packing (Figure 6.8a) compared to the bulk methodology where ascorbic acid was 




Figure 6.8 STEM image of gold nanowires synthesized using multi-step seed 
directed methodology a) 8.9 mM peptide concentration, b) XRD pattern, and c) the 
absorbance spectrum of the nanostructures 
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The reductive capacity of ascorbic acid is dependent on the pH of the environment 
[258-260].  At alkaline pH, ascorbic acid turns to ascorbate, which is a stronger 
reducing agent than its acid form and ascorbate concentration is associated with 
alkalinity of the environment (Scheme 6.3) [261, 262]. Therefore, influence of the 
reduction rate on gold nanowire formation at changing peptide concentration was 
evaluated by varying the NaOH amount in the initial ascorbic acid solution (The 
effect of NaOH concentration in the initial ascorbic acid solution on particle 
aggregation kinetics was studied).  Increase NaOH amount in the ascorbic acid 
solution led to formation of uniform nanoparticles with diameter of about 20 nm. 
However, they were mostly located randomly on the clusters of peptide nanofibers 
with no apparent one-dimensional template effect. Instant color change from pale 
yellow to blackish purple was also indication of the aggregate formation. The fast 
reduction due to increased ascorbate concentration resulted in uncontrolled growth 
over the template (Figure 6.7). 
 
Scheme 6.3. Ascorbyl radical formed from Ascorbic Acid 
 
As discussed above, the optimum time for ascorbic acid to reduce the ionic gold to 
form one-dimensional nanocomposites by using peptide nanofibers as template was 
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30 min. However, longer time periods for reduction between the dilutions could 
initiate formation of highly crystalline one-dimensional structures formed by gold 
nanoparticles. As shown in Figure 6.9a, peptide concentration of 6.6 mM revealed 
nanowires of fully merged gold nanoparticles with a fairly narrow and dominated 
(2Θ) at 38° corresponding to (111) crystal plane. 
 
Figure 6.9. TEM images of gold nanostructures formed after 1 day of aging. a) Gold 
nanowires obtained in the presence of 6.6 mM peptide and b) peptide surrounded 
nanowires assembled in the presence of 11.9 mM peptide.  
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However, when the peptide concentration was increased to 11.0 mM, ~5 nm 
nanoparticles covered by a thick peptide layer on the gold nanostructures were 
observed (Figure 6.9b). As illustrated in Scheme 6.4, the formation of the string bag-
like appearance was due to high peptide concentration. Incubating longer for post-
seeding period did not initiate higher packing at this concentration but it promoted 
binding of free peptide molecules to gold nanoparticles similar to a capping agent 
and resulted in a new layer for the nuclei formation at the following seeding steps. 
This stepwise accumulation was completed with the formation of cable like 
packaging of the final structure with the peptide layer. These results demonstrated 
that by simply aging the samples for longer times between the dilutions, structural 




Scheme 6.4. The deposition of free peptide molecules around gold nanoparticles. 
 
Presence of closely packed gold nanoparticles on the peptide nanofibers, separated 
by peptides or thin vacuum gaps, suggests that conductivity through dry film 
networks of such nanofibers can be considered essentially to be through electron 
tunneling in a series of molecular-break-junctions [263]. Conductance through 
random nanowire networks has attracted significant attention due to potential 
applications as semi-transparent contacts, or flexible/stretchable conductors and has 
been studied both theoretically and experimentally [264-267]. Considering their 
structural similarity, the conductivity mechanism of gold decorated peptide nanofiber 
networks are expected to be similar to nanowire networks if the gold encapsulation 
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can be considered as a continuous coating. If the gold nanoparticle coating is 
discontinuous (gold nanoparticles are separated by peptides or vacuum), tunneling is 
expected to dominate the conduction through individual nanofibers, and overall 
conductivity of the network is expected to be described by a more complex model 
involving tunneling dominated transport within and in-between nanofibers. 
Nanoscale electrical properties of individual fibers were investigated using atomic 
force microscopy. Gold-peptide nanofibers composite was drop-cast onto insulating 
substrates with AuPd contacts separated by a distance of 10 µm. No tunneling 
current can be observed between the nanofibers and contacts using moderate bias 
voltages below 5 V, current levels were below the 10 pA rms noise-level of the 
measurement system. Although the DC current is low, quasi-static charging can 
allow induction of significant changes in the surface potentials of nanostructures. In 
order to observe changes in the surface potentials of individual fibers under bias, 
multi-frequency Kelvin Probe Microscopy was used to simultaneously measure 
topography and surface potential, as shown in Figure 6.10 [268]. Bias was applied 
between the contacts (contacts A and B in Figure 6.10a), and a secondary bias was 
applied to the cantilever (contact C in Figure 6.10a). We observed that locations with 
different potentials exist along a nanofiber or nanofibers that are in contact with each 
other (Figure 6.10b and c). This suggested that gold nanoparticle decorated peptide 
nanofibers were individually near the percolation threshold, with occasional gaps 





Figure 6.10. a) Dilute gold-peptide nanofiber network is dropcast on a silicon wafer 
with 1µm thick oxide barrier. A voltage can be applied to the cantilever (denoted by 
C), or to any of the AuPd contacts (denoted by A and B). b) Simultaneous 
measurement of topography, and c) surface potential show the low and non-uniform 
conductivity of the nanofibers. Several arrows are used to denote changes in surface 
potential along individual nanofibers or nanofibers in contact, when a bias of VAB = 
0.5 V is applied. In contrast, AuPd contacts show uniform surface potential 
distribution. 
Current-voltage (IV) characteristics of dilute gels of gold decorated peptide 
networks were measured through contacts A and B in Figure 6.10a. Typically, 
samples revealed high resistance as would be expected from the low conductivity of 
individual nanofibers observed by probe station. When the resistive switching 
behavior was observable repeatedly, occasionally a high condcutivity path emerges 
(Figure 6.11a). Transition Voltage Spectroscopy (TVS) has been used to study 
conductance properties of molecular-break junctions [269, 270]. In TVS, Fowler-
Nordheim presentation of the IV data was used by plotting ln(I/V2) against 1/V. In 
such a plot, typically an asymmetric dip was observed for a tunnel junction, which 
was confirmed to be the case for the Au decorated nanofiber samples (Figure 6.11b).  
The transition voltage from direct to Fowler-Nordheim tunneling; 








 is a function of tunneling gap d and effective tunnel barrier height φ, where e and m 
are the electronic charge and mass. VT was observed to be modulated during cyclic 
voltage sweeps, which may indicate a change in the tunnel gap d or a modulation of 
the barrier height φ.  Although it was difficult to determine without ambiguity the 
dominant mechanism leading to resistive switching, we speculated that 
electrochemical changes could be important. Due to applied bias, ions in the residual 
water may intercalate within the peptide nanofibers, causing swelling and 
contraction. Small changes in the fiber structure may modulate the effective tunnel 
gap and resulted in the observed hysteresis of the IV curve.  
 
 
Figure 6.11. a) Cyclic current versus bias measurements revealed asymmetry in the 
conductance as well as hysteresis. The samples were typically high resistance 
initially, and switching to a high conductivity state occurs around 4.5 V bias (see 
inset). Several cycles were superimposed to show the extent of the repeatability of 
the measurements. b) The current was attributed primarily to tunneling as seen in the 
Fowler-Nordheim presentation, when ln(I/V2) was plotted against 1/V for increasing 
(red) and decreasing (blue) bias sweeps. Solid lines were guides for the eye. The 
transition voltage from direct to Fowler-Nordheim tunneling is a function of 
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tunneling gap and effective tunnel barrier height, and was seen to be modulated 
during cyclic voltage sweeps. 
 
Measurements performed on thin films of Au decorated and bare peptide 
nanofibers revealed a pronounced difference in the overall conductivity of the 
nanofiber network. Thicker films (as revealed by atomic force microscopy) of bare 
nanofibers exhibited current levels at picoampere level, while Au nanoparticle 
decorated nanofibers showed current levels at microampere level at similar biases. 
These observations suggested that the Au decorated nanofiber network possesses a 
much higher conductivity compared to bare nanofiber networks.  Probe station based 
current measurements on even smaller number of bare nanofibers showed no 
detectable conductivity (with current levels below 1 pA for -10 to 10 V bias range, 
data not shown) on bundles of few nanofibers. In addition, an increase in ambient 
humidity was observed to increase the current levels in both bare and Au decorated 
nanofiber networks (Figure 6.12). These observations suggested that the measured 
conductivity (with current levels of up to 100 pA) in thin films networks of bare 
nanofibers may be solely due to the small ionic conductivity arising from presence of 
residual ions and condensed water on the films. Further elucidation of the role of 
ionic conductivity required a detailed study of the effect of humidity on conductivity 
of films and was left beyond the scope of this study. However, more than thousand-
fold increase in the conductivity of Au decorated nanofibers along with reasonable 
agreement of the current-voltage dependence with the theoretical predictions point to 
a conduction mechanism dominated by tunneling between the Au nanoparticles on 




Figure 6.12. Conductivity measurements of bare peptide nanofiber was also 
measured. Current levels below 1 pA for -10 to 10 V bias range. 
In conclusion, self-assembled amyloid like peptide nanofibers were used as 
template for one-dimensional growth of gold nanowires. Functional groups on the 
peptide nanofiber surface acting as binding moieties used for the initiation of seed 
mediated growth of gold nanoparticles. The effect of optimum ratios of peptide and 
gold precursor and peptide/ethanol, ascorbic acid concentration and reduction 
kinetics as well as the time interval of both seeding and post seeding after each 
dilution on morphology of the final structures were studied. A multi-step seeding 
mediated growth methodology for template directed synthesis of one-dimensional 
gold nanostructure was developed. Nanowires, noodle-like one-dimensional gold 
nanostructures and homogenous spherical gold nanoparticles were obtained in a 
controlled manner by the help of peptide nanofibers. The nanowires were highly 
conductive due to presence of large number of gaps between gold domains, and dry 
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films of peptide nanofibers showed tunneling dominated conductance as well as 
resistive switching. Transition voltage exhibited hysteresis, which was due to 
presence of electrochemical effects and related modulation of the effective tunneling 
gap and barrier height. This strategy can be extended to synthesis of wide range of 
metal and metal oxide nanoparticles depending on to the application. For example, 
ultrathin and long metal decorated nanofibers can in principle find use in applications 
where an optically transparent, low hazing and conductive coating is needed, such as 
in flexible displays, touch-interface devices and solar cells. The production strategy 
















Among the various materials in nanoscale, one-dimensional nanostructures such as 
nanofibers, nanowires and nanotubes have attracted tremendous attention. Nearly all 
materials, organic, inorganic or hybrid, have been used in the development of one-
dimensional nanostructures. One-dimensional nanostructures provides excellent 
systems to investigate the transportation of electrical and thermal properties, and 
thier dependence on dimensionality. The dependence of inorganic nanostructures on 
ionic or metallic bonds to hold their structure together has enabled researchers to use 
various methods to synthesize uniform inorganic nanostructures. Self-assembly 
remains to be the leading mechanism for the design of one-dimensional organic 
nanostructures. In order to realize the enormous potential range of nanostructure 
applications, new nanofabrication capabilities, new methods for functionalization of 
molecules and more efficient bottom-up methods must be developed. 
The difficulties about the production of one-dimensional nanomaterials at large-
scale are mainly associated with the synthesis and fabrication with well-defined 
dimensions, morphology, phase purity and chemical composition. The “bottom-up” 
approach described here has many superior properties such as self-assembly of 
peptide molecules into fibrillar form and mineralization on them in the same 
medium. The separation of organic template and inorganic nanostructure  also occurs 
in the same medium in ambient conditions.  
Biomineralization occurs excellent in nature by numerous species, as a result of 
evolution in billions of years. In this thesis, the biomineralization procedure in 
Nature was mimicked. As exactly like the natural proteins, which are responsible 
134 
 
from the mineralization procedure in living organism, the peptide molecules 
designed and synthesized in this purpose. The peptide molecules designed to self-
assemble into one-dimensional nanostructures in appropriate conditions. 
Furthermore, they designed with special functional groups which have affinity to 
bind with particular mineral ions in the medium. With those established special 
functional groups, peptide molecules self-assembled into one-dimensional 
nanostructures and used as templates for mineralization around them. The mineral 
ions accumulate around peptide nanofiber templates which results to formation of 
one-dimensional high aspect ratio inorganic nanostructures with high- surface area. 
As described in this thesis, predetermined amount of peptide in appropriate 
conditions forms rigid peptide nanofibers. These peptide nanofibers are binding to 
particular mineral ions with electrochemical interactions. This “bottom-up” approach  
is suitable for mass production. The synthesized peptide nanofibers were used as 
templates for some inorganic mineralization. The physical and chemical properties of 
peptide nanofibers and synthesized inorganic materials have been characterized. 
Silica mineralization was achieved in this study. After elimination of organic 
peptide nanofiber template  from inside of silica, inorganic nanotubes were obtained. 
These inorganic silica nanotubes served as great nanostructures with their high 
surface area for explosive detection sensor development. 
Using predetermined amount of peptide, self-assembly and mineralization under 
ambient conditions make the strategy convenient for bulk production. Self-assembled 
peptides nanofibers offer unique templating possibilities, which allow for synthesis 
of nanostructured materials with high surface area. The mineralization of titania 
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around these peptide nanofibers is also occurs by self-assembly of inorganic ions.  
Network of these one-dimensional titania structures possesses intriguing features, 
such as more effective electron transfer and reduced electron hole recombination, 
which in tandem result in enhanced photoactivity of the templated materials. Dye 
sensitized solar cell experiments have indisputably demonstrated superiority of 
nanostructured materials and one more time emphasized importance of bottom up 
approach realized via self-assembled soft templates.     Titania mineralization and 
formation of titania nanotubes were also studied. The obtained titania nanotubes with 
porous and hollow structures and  high surface area, used in Dye Sensitized Solar 
Cells. The high surface area supplied high amount of adsorption on the surface of 
titania semiconductor. Furthermore, one-dimensional structure enhance the 
transportation of electron through titania. The constructed Dye Sensitized Solar Cells 
showed better yield with compare to template free titania particles. 
Gold mineralization resulted with gold nanoparticles around one-dimensional 
peptide nanofibers. These peptide-gold one-dimensional composite nanostructures 
showed well defined conductivity properties. 
By chemically functionalization specially designed peptides, it is possible to obtain 
well defined one-dimensional morphologies. These well defined inorganic 
nanostructures could be used as organic templates for mineralization by self-
assembly as exactly nature does.  
Herein, we demonstrated a new bottom-up approach for formation of titania 
nanostructures by mimicking the biomineralization process with synthetic peptide 
based nanostructures. The self-assembly process was used to form the template and 
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the mineralization process revealed the controlled formation of inorganic 
nanostructures. 
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